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ABSTRACT 

OF THE DISSERTATION OF 
 

 

Abdurrahman Ahmad Almikati       for       Doctor of Philosophy 

           Major: Geotechnical Engineering 

 

 

Title: Mechanics of Load Sharing in Soft Clays Reinforced with Sand Column Groups 

 

Granular columns are widely used as a soil improvement solution for soft clays. Given 

that granular columns are seldom designed and constructed as individual elements, there 

is a clear need to identify and quantify the group effect and load sharing under various 

drainage conditions. This includes studying the stress distribution between the columns 

and the surrounding clay under varying area replacement ratios, different columnar 

configurations, and different drainage conditions (drained and undrained). There is also 

a need for studying the effect of partial drainage due to radial flow from the clay to the 

columns on the short-term stability of foundations on reinforced clay systems. To cater 

for the above needs, a new fully instrumented triaxial test setup was developed and 

utilized to investigate the overall response of the clay reinforced with single/group sand 

columns.  The instrumented setup allowed for collecting data on volumetric strain 

during consolidation and shearing, pore water pressure dissipation, contact stress 

measurement above different soil materials, and global deviatoric stress variation with 

axial strain. The experimental program revealed the reliability of the miniature pressure 

sensors that are capable of quantifying the distribution of the stresses in the columns 

and the surrounding clay at different levels of axial strain. Results indicated that the 

stress concentration ratios varied significantly with strain, rate of loading, drainage 

conditions, column configuration and area replacement ratio. Stress concentration ratios 

in the range of 4 to 6 could be mobilized at very low strains for drained loading 

conditions. These relatively high ratios decrease to about 1.5 at relatively large strains. 

For the case of undrained loading, the stress concentration factors are very low (1.5 to 

2) at small strains and increase to values as high as 6.5 and 9.5 for cases involving area 

replacement ratios of 17.1% and 30.4%, respectively. The shear strength and stress 

concentration factors measured in partially drained tests were bracketed between the 

fully drained and the fully undrained tests, with average stress concentration factors 

ranging from 2.0 to 5.0. The presented work included also a geotechnical 

characterization of Laponite, which is a transparent clay-like material to be used as a 

replacement to natural/synthetic non-transparent clays. This will facilitate the 

visualization of internal deformations and assess the mode of failure in a non-intrusive 

fashion. As such, future works on soft clays reinforced with granular columns could 

utilize Laponite as the annulus clay to envision internal movements. The insights gained 

and reported in this work are anticipated to facilitate the development of design 

methodologies for soft clays reinforced with sand column groups.  
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CHAPTER 1 

INTRODUCTION 

For structures of relatively light to moderate loads that are distributed over large 

areas, the costs associated with the use of deep foundations to bypass soft clay layers 

may be prohibitive. In such cases, granular columnar inclusions have been successfully 

used to improve the mechanical properties of the soft clay. Columnar inclusions 

generally include (1) sand drains or sand columns which are used to accelerate the rate 

of construction of structures or embankments and (2) stone or gravel columns which are 

associated with vibro-replacement operations that are aimed at replacing a percentage of 

the soft clay with stiff granular columns. 

The use of granular inclusions in the form of sand drains and/or gravel columns 

has long been adopted as a potential alternative to deep foundation solutions, where it is 

associated with the replacement of an area/volume of weak soft clay with densified 

granular columns (Figure 1). This technique results in significant improvements in 

overall bearing capacity, increased stiffness, decreased settlement and increased 

hydraulic conductivity. 

In current practice, two major installation methods are adopted to install 

granular columns (whether sand or stone columns). The first method is the vibro-

replacement technique under wet or dry conditions. From its name, the method 

incorporates replacing an existing weak soil with a better material (granular), which is 

then vibrated using a probe to achieve a certain density. The second technique is 

ramming the column (mostly gravel/stone) in layers inside the predrilled hole to achieve 

a high density. 



15 

 

 

 

Figure 1: Stone column construction using a crane-suspended downhole vibrator (STA, 

2018) 

 

Currently in the Middle East and the region, granular columns is one of the 

adopted ground improvement techniques by several geotechnical specialty contractors 

(e.g. KELLER, MENARD, Bauer, Ammico). Ongoing projects includes sites in (1) Port 

Said, Egypt for building a residential complex; (2) Ruwais, UAE for building a crude 

oil refinery; (3) Sharjah, UAE, Lulu Hypermarket among many other sites. In Lebanon, 

stone columns have been used in several projects to improve the soil in place, from 

which are: (1) Dbayeh Waterfront city, (2) Crystal Tower Project, Antelyas, with the 

foundation system designed and implemented by Terrasol; and (3) Normandy, Beirut, 

with GeoPier company responsible for the construction of stone columns and 

foundations system. 

The response of soft clay systems that are reinforced with granular column 

groups is governed by many factors, including: (1) loading rate and drainage conditions 
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(whether drained, undrained or partially drained), (2) area replacement ratio (defined as 

the cross-sectional area of the sand columns to that of the surrounding clay), (3) density 

of the column, (4) length to diameter ratio of the granular column, (5) and the use of 

encasements among others. 

Granular columns are seldom designed and constructed as single elements, yet 

most of the studies in the literature focused on the response of soft clays reinforced with 

single granular columns, with experimental investigations being predominantly based 

on tests conducted in large one-dimensional (1D) loading chambers (Najjar 2013). Such 

test setups may be considered to be non-representative of actual field conditions 

because of limitations related to: (1) inability to control and scale the drainage 

conditions and the rate of loading to mimic the field loading, and (2) inability to model 

the correct field stress state which differs significantly from the stress levels 

encountered in such experiments. As a result, findings from laboratory scale model 

tests, even if conducted on specimens reinforced with column groups, cannot be 

generalized or extrapolated to the field scale problem. 

To overcome these limitations, there has been significant interest in utilizing 

triaxial test setups to investigate the response of specimens that are reinforced with 

sand/stone columns while controlling the stress state, the global drainage conditions, 

and the rate of shearing. Triaxial testing conditions allow for the control of (1) drainage 

during testing (drained, undrained, or partially drained) and (2) confining stresses that 

could be selected to be in the same order of magnitude as those expected in the field. 

Examples of triaxial-based studies that utilized granular columns with soft clays include 

the work reported in Juran and Guermazi (1988), Sivakumar et al. (2004), Black et al. 

(2006), Black et al. (2007), Kim et al. (2007), Andreou et al. (2008), Najjar et al. 
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(2010), Black et al. (2011), Sivakumar et al. (2011), Almikati et al. (2020), and Najjar et 

al. (2020). The vast majority of the above-mentioned triaxial studies involve soft clays 

that are reinforced with single central granular columns rather than column groups. 

Contact stress measurement in granular columns and the surrounding clay 

annulus has proven to be a key element in understanding the stress transfer mechanism 

between granular columns and the surrounding clay (Aslani et al. 2018). Contact stress 

measurements allow for determining the stress concentration ratio (defined as the ratio 

of the stress in the granular column to that in the clay) during loading. The stress 

concentration ratio is a key variable in the design of soft clay systems that are reinforced 

with granular columns. The magnitude of the stress concentration factor depends on a 

number of variables including the relative stiffness of the column and clay material, 

drainage conditions, column length, area replacement ratio and other construction 

details (Hu, 1995). 

In previous studies that targeted the measurement of the stress concentration 

ratio (Charles and Watts 1983, Bachus and Barksdale 1984, Muir Wood et al. 2000, 

McKelvey et al. 2004, Murugesan and Rajagopal 2010, Cimentada et al. 2011, Fattah et 

al. 2011, Ghazavi et al. 2013, Miranda et al. 2017, and Nazariafshar et al. 2019) 

continuous measurement of the contact stresses on the column and/or clay using 

pressure sensors and load cells was done. This allowed for investigating the buildup of 

stress concentration in the granular column with displacement/strain under laboratory-

scale 1-g model setups or large-scale odometers as a basis for testing. Limitations 

related to such tests were clearly stated in the previous paragraphs. Furthermore, the 

vast majority of the studies did not quantify the effect of the drainage conditions and 

rate of loading on the reported stress concentration factors. 
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Aside from measuring stresses in reinforced soft clays with granular columns 

and trying to understand the hybrid system, the luxury of visualizing the internal mode 

of deformation of soils using transparent soil-like material has been the subject of recent 

studies in the geotechnical world. Such materials that behave like soils are used to 

visualize the internal structure of soils as well as internal displacements during shearing. 

Specifically, the transparency of these soils, combined with the use of a laser and 

seeding particles, have made it possible to track the movement of specific particles 

within the sample/mass. Transparent soils result from mixing the solid particles with 

solutions that match their refractive index (RI), thereby decreasing the refraction of light 

within the medium (Iskander 2010). Different groups of transparent soils have been 

used, some of which behave like sands, and some behave like clays. Among those 

behaving like clays and that have been recently utilized in experimental setups to study 

internal deformation, is Laponite (Wallace & Rutherford, 2015). The characterization of 

this material is at its initial stages and requires significant additional work and 

exploration. However, if it is deemed functional as clay material with acceptable 

hydraulic conductivity, it could be used as a replacement to natural clays in a triaxial 

system and then reinforced with granular columns. Such setup would allow us a 

visual/real insight into the behavior/deformations of the granular columns. 

The objective of this study is to address the above-mentioned needs. Therefore, 

a newly developed fully instrumented large-scale triaxial test setup will  be utilized to 

investigate the overall response of the soft clay specimens that are reinforced with 

column groups with particular emphasis on monitoring pore water pressure and contact 

stresses over sand columns and the surrounding clay. The metrics for assessing the 

success in achieving this objective is based on showing that the proposed test setup is 
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capable of quantifying the evolution/distribution of the stresses between the sand 

columns and the surrounding clay at different levels of overall axial strain, while 

controlling drainage and enforcing confining stress levels that are consistent with field 

applications. In addition, full characterization of the new material, Laponite, will be 

done in anticipation/preparation of using it as a substitute for matrix clays in 

experiments designed to document/see actual internal deformations of the granular 

columns or any other type of reinforcing elements. 

A major constraint in designing the test setup is its ability to test soft clay 

specimens that are reinforced with column groups rather than single columns. This 

constraint necessitates the utilization of a large-scale triaxial setup that is not commonly 

adopted in conventional triaxial testing. It is anticipated that the test setup and results 

presented in this study will facilitate the development/improvement of design 

methodologies of soft clays that are reinforced with sand column groups. 
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CHAPTER 2 

LITERATURE AND BACKGROUND REVIEW 

 

2.1 Behavior of Reinforced Soft Clays 

In this section, a summary of the main findings and conclusions drawn in the 

past three to four decades with reference to the behavior of reinforced soft clays with 

granular columns, is presented. 

 

2.1.1 Area Replacement Ratio 

The area replacement ratios, ὥȟ (defined as the c-s area of the sand columns to 

the area of surrounding clay) could reach up to 40%, with an optimum replacement ratio 

of 30% to 40%, above which the interaction between the soil matrix and the granular 

columns may become inefficient (Black et al, 2011). The majority of the studies 

reported in the literature are based on experiments with ὥ between 15% and 30% due 

to practical consideration/ease in workability (Muir Wood et al. 2000, McKelvey et al. 

2004, Ghazavi et al. 2013). Studies show that increasing the area replacement ratio 

leads to a stiffer response as the load-sharing mechanism/distribution is dominated by 

the granular columns. 

 

2.1.2 Mode of Failure 

The failure mode of columns that are loaded at their top is characterized by 

bulging at a distance of 0.5ï3 column diameters from the top of the column (Watts et al. 

2000). Under wide loads, the applied loads add to the lateral passive resistance of 
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central columns, thus increasing their load carrying capacity and reducing bulging 

(Greenwood 1970, Brauns 1978). Failure of groups is characterized by bulging, bending 

or shearing (Muir Wood et al. 2000). Results from 3D FE numerical analyses/models 

indicate that as one moves away from the center of the group, outward bending of the 

columns increases, with central columns not showing signs of bending (Shahu and 

Reddy 2011). In long columns, deformations are generally concentrated in the upper 

zones while for shorter columns, the columns tend to punch and penetrate into the soft 

clay (Muir Wood et al. 2000). 

In triaxial tests, short columns appeared to bulge and penetrate below the 

reinforced portion of the clay, while fully penetrating columns bulged relatively 

uniformly along their length (Sivakumar et al. 2004). Bulging was found to be more 

predominant in soft clays than in stiffer clays (Narasimha et al. 1992). Limited finite 

element results from identical rammed and un-rammed granular piers indicate that 

deeper bulging is expected for un-rammed piers compared to rammed piers (Chen et al. 

2009). When loads are applied to columns that are encased with a geofabric, bulging is 

reduced significantly in comparison to the unreinforced column (Murugesan and 

Rajagopal 2008). In addition, bulging for encased columns decreases at the surface and 

is transmitted to greater depths below the top of the column (Gniel and Bouazza 2009). 

A recent study performed by Nazari Afshar et al. (2019) showed that a granular blanket 

(gravel or sand) placed over the reinforced soil helps in reducing the bulging to a 

reasonable degree through stress redistribution for non-encased granular columns. 
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2.1.3 Improvement in Bearing Capacity and Stiffness 

The inclusion of granular columns in soft clays increases the bearing capacity 

and the stiffness. Results from field, laboratory, and finite element analyses indicate that 

as the area replacement ratio increases, both stiffness and strength of the reinforced clay 

system increase. Results from field and laboratory tests involving identical single 

columns and column groups tested with foundation loading at the same area 

replacement ratio indicate that the behavior was found to be similar (group efficiency of 

about 1.0) indicating that a unit cell concept can reasonably simulate the behavior of an 

interior column in a large group (White et al. 2007). However, results from limited 

finite element analyses indicate that the ratio of the settlement of the group to the 

settlement of an equivalent unit cell was found to range from 0.60 to 2.25 depending on 

the type of soil and width to length ratio of the foundation. Ratios that are greater than 

1.0 indicate that the unit cell settlement is not necessarily the upper bound for settlement 

prediction (Elshazly et al. 2008). These finite element results were confirmed by 

laboratory tests which showed that for area replacement ratios between 28 and 40 %, the 

settlement improvement factors measured for the group were about half those measured 

for the equivalent single columns. 

 

2.1.4 Critical Column Length 

For a given area replacement ratio, increasing the length to diameter ratio of the 

columns results in an increase in the ultimate stress and stiffness. Field, laboratory and 

finite element results indicate that the column length is significant up to a certain point 

beyond which increasing the column length will not lead to an increase in strength, 

although it could still increase the stiffness (Hughes and Withers 1974, Narasimha Rao 
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et al. 1992, Gniel and Bouazza 2009). The stiffer response observed for longer columns 

could indicate that longer columns may be more efficient for settlement control 

(McKelvey et al. 2004). It could be concluded that there is consensus that the optimum 

length of stone columns for effective load transfer lies between 5 and 8 times the 

diameter of the column. The critical length may increase as the area ratio increases since 

the failure mechanism could be pushed deeper below the footing (Muir Wood et al. 

2000). 

 

2.1.5 Effect of Encasement 

The load carrying capacity and the stiffness of the composite increase when the 

stone columns are encased with geotextiles or geogrids, whereas the generation of pore 

pressure decreases. The load carrying capacity and the stiffness increase with increases 

in the stiffness of the geofabric (Murugesan and Rajagopal 2006, Castro and Sagaseta 

2011, Pulko et al. 2011). Measurements of lateral stresses next to columns indicated that 

stresses were higher in encased columns as compared to ordinary columns (Raithel and 

Kempfert 2000). The improvement due to encasement was found to be smaller for 

columns of larger diameters and for higher confining pressures (Wu and Hong 2009). 

With regards to the effect of density, data shows that loose specimens could gain more 

strength from the confinement than their dense counterparts (Wu and Hong 2009). 

Results from triaxial tests on sand specimens indicate that the measured friction angle 

for the encased specimen was equal to or generally smaller than the friction angle of the 

ordinary sand specimen (Murugesan and Rajagopal 2006). However, the encasement 

resulted in an apparent cohesion that was reflected in non-zero cohesion intercepts. 

Most of the proposed design approaches for geosynthetic-encased stone columns model 
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the effect of the presence of the encasement by an additional confining pressure that is 

assumed to exist around the column. The magnitude of this additional confining 

pressure is generally calculated based on the stiffness of the encasement, the thickness 

of the encasement, the diameter of the column, and the design axial strain or 

displacement of the column (Lo et al. 2010). 

 

2.1.6 Drained, Undrained and Partially Drained Loading 

The field behavior of clays that are reinforced with granular columns could 

range from undrained to drained behavior depending on the permeability of the clay, the 

area replacement ratio, and the rate of loading. Gniel and Bouazza (2009) showed 

through measurements of the water content of the clay before and after loading that 

drained, or at least partially drained, loading occurred in the clay immediately 

surrounding the bulge zone of the column. Studies that targeted the effect of partial 

drainage indicated that measured deviatoric stresses at failure in triaxial tests were the 

highest for fully drained conditions, the lowest for undrained conditions, and 

intermediate for partially drained conditions as reported by Juran and Guermazi (1988) 

and Andreou et al. (2008) and shown in Figure 2. It could be concluded that more 

research is needed to investigate the effect of partial drainage on the load response of 

clay-sand/stone column systems using field, laboratory, and FE experiments and 

analyses. 
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Figure 2: Deviatoric stress variation with axial strain under different drainage conditions 

(Modified from Juran and Guermazi 1988) 

 

2.1.7 Effect of Arrangement, Installation Method, Type, and Density of Columns 

The limited previous work that aimed at studying the effect of stone column 

configuration/arrangement on the consolidation rate, bearing capacity and load-sharing 

mechanism between the granular column and the surrounding clay was mainly based on 

studying the effectiveness of the unit cell concept in representing column groups. Black 

et al. (2007) conducted triaxial experiments with single and triangular configurations at 

the same area replacement ratio under drained conditions. Their results showed that the 

clay specimens that were reinforced with the single column configuration exhibited a 

stiffer response compared to specimens that were reinforced with the triangular 

arrangement. Aslani et al. (2018) conducted large direct shear tests to study the effect of 

single, triangular and square configurations on the peak shear strength of the composite, 

while measuring contact stresses using load cells. Results indicated that the square 
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configuration exhibited the stiffest response, followed by the triangular and the single 

column configurations. 

Data on the effect of column installation methods on the loads carried by 

rammed and un-rammed piers from very limited FEM and field studies show 

contradicting results, with the data from the 3D FEM study by Chen et al. (2009) 

indicating that the rammed pier capacity could be more than twice that of the ordinary 

equivalent aggregate pier capacity, while the results from the field study conducted by 

Stuedlein and Holtz (2012) showed that vibro-compacted piers exhibited a 15% increase 

in capacity compared to the tamped piers. With regards to the composition and density 

of the column material, results from the field study conducted by Bergado and Lam 

(1987) indicated that the capacity of single rammed aggregate piers that were comprised 

of sands increased consistently as the density of the sand increased, while the piers in 

which gravel replaced part or all of the sand exhibited increases in capacity. Along the 

same lines, the field tests conducted by Stuedlein and Holtz (2012) indicated that 

columns comprised of uniformly graded gravel exhibited a higher stiffness and load 

carrying capacity compared to columns comprised of well graded mixture of gravel, silt, 

and sand. It should be noted however, that the effects of column material and method of 

installation witnessed above in the tests conducted by Stuedlein and Holtz (2012) on 

single columns ñvanishedò for tests conducted in the same test program on column 

groups with an area replacement ratio of about 30 %. This led the authors to conclude 

that the role of the matrix soil in a group loading could be more important than the 

effects of installation and column type and composition. 
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2.2 Experimental Setups, Instrumentation and Stress Concentration Ratio 

2.2.1 Setups in Previous Studies 

As mentioned previously, the majority of research experiments were done in 

laboratory-scale 1-g model setups or large-scale odometers as a basis for testing, with 

very few utilizing triaxial setups. It is clear that any serious attempt at contributing to 

the understanding of the mechanisms as work, would require that we develop and build 

a highly instrumented triaxial setup, equipped with special sensors for contact stresses 

measurement.  As such, it was critical that a thorough review of the available literature 

and a detailed analysis/assessment of the setups/systems that have been used in similar 

previous research studies be conducted. Such a review would be used to guide any/all 

instrumentation and measurement systems adopted. 

Charles and Watts (1983) used large scale instrumented laboratory tests to assess 

the effectiveness of granular columns in reducing the vertical compression of soft clays. 

The testing program consisted of running five tests on a group of granular columns in a 

triangular grid under drained conditions. The area replacement ratios used were 21% 

and 33%. The instrumentation of the testing program consisted of small and large earth 

pressure cells by Kulite Co. that read total stresses above the gravel columns and above 

the clay annulus, respectively. The small earth pressure cells had a diameter of 55 mm 

and a thickness of 10 mm, whereas the regular earth pressure cells had dimensions of L 

x W x t = 200 x 300 x 10 mm. Figure 3 shows the side cross sectional view of the 

odometer with the sample inside, with the leads outlet being at the bottom even though 

the sensors were all mounted at the bottom of the top plate. 

The authors did not show the graphs of contact stresses with loading, but reported only 

the residual stress concentration factor for ὥ ςρϷ and σσϷ with values of 2.2 and 
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4.8, respectively. Errors in all stress measurements on the order of 17% were detected. 

These errors were reported to occur due to improper calibration, rotation of the cells 

during the test and temperature variation. 

 

 

Figure 3: Cross section of large odometer sample (Retrieved from: Charles and Watts 

1983) 

 

Bachus and Barksdale (1984) conducted tests on single and group columns using 

an experimental setup consisting of a Plexiglas unit cell with a diameter of around 11 

cm and a height of 30.5 cm for the single tests and a box with dimensions of 17.3 cm x 

50.5 cm x 30.5 cm for the group tests. Pressure cells were used and mounted at five 

elevations in either the center of the end walls or the side faces of the box to measure 

lateral pressures developed between adjacent columns (Figure 4). The dimensions and 

capacity of the pressure cells were not mentioned in the study. The 1-D odometers allow 

for placement of side pressure cells to measure lateral stresses given their rigid outer 
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boundary. Loading was done using a loading plate instrumented with pressure cells to 

measure stresses in the clay and sand column. Samples with ὥ of 7% and 25% were 

tested. Stress concentration factors were reported to increase from 1.5 up to a peak of 

5.0 at low stress levels, then converging to values of 2.5-4.0 upon loading to failure. 

These measurements were for tests performed under drained conditions, where for the 

undrained conditions the stress concentration factor had an increasing trend to reach 

values around 4.0. 

 

 

Figure 4: Schematic diagrams of tests chambers used in the model stone column studies 

(Bachus and Barsdale 1984) 

 

Juran and Guermazi (1988) used a modified triaxial cell to investigate the effect 

of partial drainage of a soft silty soil reinforced with sand columns at ὥ of 4% and 

16%. As shown in Figure 5, the testing setup included four porous stones located at the 

bottom to measure the pore water pressure under the sand and the clay at different 

locations. Two load cells, with unknown dimensions, capacity and type, were mounted 

at the top to measure the deviatoric stress as well as the contact stress mobilized on the 
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clay. The loading plate used was of two parts, a central circular plate with the same 

exact dimensions as the column, with the other part of the plate matching exactly the 

dimensions of the surrounding clay. This made it possible to connect the second load 

cell to the second part of the plate to measure the clay contact stresses, while ensuring a 

proper strain compatibility between both plate compartments. The stress in the sand 

column was calculated rather than measured in order to calculate the stress 

concentration ratio. No details about the sensors used nor the 

instrumentation/calibration were reported in the study. 

The stress concentration ratio was equal to ~ 6 for samples that were reinforced 

with the drained columns compared to ~3 for samples reinforced with undrained 

columns. The authors stated that the soil-column interaction depends on several 

parameters, including the loading process and the loading rate, the replacement factor, 

the group effect, and the partial consolidation of the soft soil due to radial drainage 

through the column. 
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Figure 5: Modified triaxial cell for testing reinforced soil specimens (Retrieved from 

Juran and Guermazi 1988) 

 

Muir Wood et al. (2000) performed load tests on stone column groups under a 

footing in a one-dimensional loading tank. The authors varied the spacing, diameter, 

and length of columns and focused on studying the mode of failure of the columns. The 

model tests were performed in a loading tank having a diameter of 300 mm using 

Kaolin clay with quartz sand columns arranged in groups. The area replacement ratio 

used were between 10% and 30%. Miniature pressure sensors were used, as stated by 

the author, above the clay and the sand columns without indicating the geometry and 

their capacities. These sensors were used to determine the stress concentration ratio 

without presenting the results of the contact stresses measured above sand columns and 

above the clay. The reported stress concentration ratios were for ὥ of 21% and 24% for 

both a field and model test, respectively, which showed a great correlation, increasing 

from around 1.0 at low stresses to 5.0 after reaching higher stresses. (Why no picture of 

setup?) 
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McKelvey et al. (2004) investigated the load deformation behavior of a small 

group of sand columns under strip, pad, and circular footings. Two types of material 

were used in the experimental work, the first being Kaolin clay and the second being a 

transparent clay-like material that had almost the same properties as Kaolin clay. The 

internal diameter of the loading chamber was 413 mm and its length was 1200 mm and 

an area replacement ratio of 24% was used. After constructing the columns, a loading 

plate was installed at the top of the columns. Three miniature pressure cells, 18 mm in 

diameter, were located on the base of the pad footing (Figure 6). These were used to 

measure the vertical pressures at various positions on the footing base. Each pressure 

cell had a working pressure range of 600 kPa. Two types of columns were tested in 

kaolin clay at the same area replacement ratio, the partially (P) penetrating and the fully 

(F) penetrating columns. The results shown in Figure 7 indicate that there is an effect of 

penetration depth on the stress mobilization in sand columns. The stress concentration 

ratio for the test with fully penetrating sand columns were in line with previous studies 

as mentioned by the author; however for the partially penetrating columns, the stress 

concentration ratios were building up with axial strain rather than going over a peak at 

low axial strains and softening afterwards. Interestingly and at higher loading stresses, 

the stress ratio appeared to approach a constant value (approximately 3), regardless of 

the column length. This observation agrees well with previously reported data, 

particularly from field studies (Bachus and Barksdale, 1984). 
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Figure 6: Foundation loading with instrumentation used (McKelvey et al. 2004) 

 

 

Figure 7: Variation in the stress concentration ratio with axial strain for long and short 

columns (Modified from McKelvey et al. 2004) 

 

White et al. (2007) conducted four footing load tests on single and group 

rammed aggregate piers having a diameter of 0.76 m and installed to depths of 2.79 m 

and 5.10 m in a site characterized by a 13-m thick deposit of soft alluvial clay (CL) 

overlying glacial till and shale. The full scale tests were conducted using steel reaction 
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beams secured to helical anchors. All tests were stress-controlled in which the 

displacement under each load increment was allowed to reach a steady value before 

adding another increment. Results of the load tests on single and group columns 

indicated that shorter columns developed more tip movement than the longer columns. 

The instrumentation included the installation of multiple 23 cm diameter stress 

cells: at the top of the piers in the center, at a certain depth of the pier and above the 

clayey soil. The aim of this distribution was to measure the vertical stress distribution. 

As for the stress concentration ratio, it was calculated as the ratio of the contact stress 

on top of the pier to the contact stress of the matrix soil without denoting which stress 

cells were used for this calculations and without showing the contact stress graphs. The 

instrumentation also included telltales to measure pier deformations and inclinometers 

to measure lateral movement. Figure 8 below shows the instrumentation and the array 

configuration of the stress cells used. 

 

 

Figure 8: Instrumentation on field for rammed aggregate loading (White et al. 2007) 

 



35 

 

The mobilized stresses were not large given that tests were stopped at axial 

strains around 3% to 4%. The reported stress concentration ratio was for an area 

replacement ratio of 35% and showed a peak at low axial strains of 5.5 (Figure 9), after 

which the stress ratio did not show a dramatic drop, when compared to laboratory tests, 

and this might be attributed to the fact of having a stiffer, rammed aggregate piers in 

this study. 

 

 

Figure 9: Stress concentration ratio variation with axial strain for rammed aggregate 

piers loaded in drained conditions (Modified from White et al. 2007) 

 

Murugesan and Rajagopal (2010) conducted laboratory model tests on stone 

columns installed in a clay bed prepared in a large-scale testing tank (Figure 10a). The 

model tests were performed on single and group stone columns, with and without 

encasements. The authors aimed at quantifying and qualifying the effect of different 

encasements on the axial load capacity and load-sharing mechanism, where they 

developed, based on the results of their experimental testing program, guidelines for the 

design of geosynthetic encased stone columns.  
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As for the instrumentation of the testing program, four pressure cells were used 

to measure contact stresses above three sand columns with the fourth being above the 

central clay, which was between the loaded columns. The accuracy of the cells were 0.1 

kPa, but no information about the type and geometry was mentioned. The cells were 

positioned at the bottom of the loading plate (Figure 10b) and were maintained flush 

with the loading surface. The stress concentration ratio for different tests were observed 

to study the effect of encasements of stone columns on the mobilization of stresses 

inside. It showed (Figure 11) that for ordinary stone columns (OSC) the peak stress 

concentration ratio was around 6.0 at low axial strains, which decreased to 2.0 at high 

axial strains. This is a typical observation between the performed studies in literature. 

On Figure 11 also, results for two different encasement type stone columns showed that 

the peak could reach up to 12.0 when encasing the stone columns with geosynthetics. 

The residual stress concentration ratios for both tests with encased stone columns was 

around 4.0. 

 

 

Figure 10: Instrumentation of the large scale testing tank showing (a) loading frame 

above the soil; (b) schematic of the loading plate with pressure sensor position 

(Modified from Murugesan and Rajagopal 2010) 
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Figure 11: Stress concentration ratio variation with axial strain for tests on ordinary and 

two different encasement type stone columns (Modified from Murugesan and Rajagopal 

2010) 

 

Cimentada et al. (2011) conducted 1-g consolidation tests on a unit cell that is 

comprised of kaolin reinforced with single ordinary gravel columns with diameters of 

8.47 cm and 6.35 cm. The kaolin was consolidated from a slurry in a Rowe-Barden cell 

with a diameter of 25.4 cm and a depth of 14.6 cm, resulting in area replacement ratios 

of 11.11% and 6.25 %. Figure 12a shows a schematic of the loading plate with the 

pressure sensors and instrumentation. The schematic shows that three pore pressure 

transducers and four contact pressure sensors were used at different radial distances to 

measure the pore water pressure as well as the contact stresses, respectively. XPM10-

10G-LC1 (quality by measurement, QBM) pressure cells of 8 mm diameter were used 

for measurements in the clay, and XPM10-50G-HA-LC1 cells with the same diameter 

were used for measurements in the stone column. The calibration for all sensors was 
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done first with water, and then with both soil materials. The calibration showed, as 

mentioned by the authors, good results in the measurements. The authors touch on the 

fact of saturated soils being used for calibration of the pressure cells in kaolin clay, and 

this could be thought of as minimizing the point loading of the soil grains with the 

active part of the sensors, thus minimizing measurement noises and errors. 

 

 

Figure 12: Rowe-Barden cell with (a) instrumentation of the base and (b) single column 

reinforced kaolin sample in place (Modified from Cimentada et al. 2011) 

 

The reported stress concentration ratios for the low area replacement ratios of 

6.25% and 11% were extremely high, reaching values up to 16.6 at low loading steps, 

but ranging on average between 2.5 and 7.0, at higher stress levels, which is also 

considered higher than the reported values in the literature, especially for this low area 

replacement ratios without any use of encasements. This might be due to the fact of 

applying a stress controlled test and waiting for longer than usual times. Moreover, the 

sensors (8 mm in diameter) used above the gravel column could be a major source of 
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error, as the grain size of this material is incompatible with the size of the sensorsô 

active part, and could easily lead to inaccurate measurements. This type of sensors uses 

the elastic deformation of the metallic surface of the active part as basis for 

measurement, and, theoretically, it is best used for liquid, as the pressure is distributed 

all over the sensor surface area. However in the case of measuring stresses over a gravel 

column, it is expected to get a considerable variability in the measurements for the same 

loading increment. 

Fattah et al. (2011) conducted laboratory 1-g tests on CL soil (10 % sand, 42 % 

silt, and 48 % clay) that was compacted at a water content of 24ï35 % in a 1.1 m  1.0 

m  0.8 m steel tank (Figure 13a) and reinforced with single and group (2, 3, or 4) 

crushed stone columns (density = 16.3 kN/m3) having a diameter of 5.0 cm and lengths 

of 40 cm (fully penetrating with L/D = 8) and 30 cm (partially penetrating with L/D = 

6). The area replacement ratios were as thus 5%, 10%, 15% and 20%. The loading was 

stress controlled with a 22-cm diameter loading plate with each loading step applied at 

2.5 min until the settlement was 5 cm. 

Different foundation plates were designed to cater for the loading of different 

column configurations (single vs. group) as shown in Figure 13b. Every configuration 

has its own loading distributors and proving rings, as indicated by the authors. The 

loading distributor shown in Figure 13b is for the two column configuration, which 

could have a different geometry (1, 3 or 4 loading distributors) for the different 

configurations. The instrumentation used consists of: dial gauges with proving rings to 

measure the stresses on the sand alone as well as the clay annulus connected on the 

reference beam for strain compatibility. The loading was done on stress increments and 

continuous measurements of contact stresses were measured. The stress concentration 
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ratio was thus calculated based on the measured contact stresses from the dial gauges. 

Two main conclusions with regards to the stress concentration ratio were drawn from 

this analysis: (1) long columns mobilize higher stresses when compared to shorter 

columns (Figure 14) and (2) for low area replacement ratio (ὥ  5%), the stress 

concentration ratio was between 1.0 and 1.8 only, depicting low to no efficiency when 

using an ὥ lower than 10%. 

 

 

Figure 13: Schematic diagram of the experimental setup showing (a) steel tank with soil 

and (b) different plates for different configurations 
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Figure 14: Stress concentration ratio with axial strain for different ὥ and 

ὒȾὈ (Modified from Fattah et al. 2011) 

 

Ghazavi and Afshar (2013) conducted a series of large 1-g laboratory tests on 

soft clays (CL) reinforced with single or group stone columns in a large test box (Figure 

15a). The granular inclusions were either ordinary or encased with different types of 

geotextiles. The tests were strain controlled with a rate of 1 mm/min to ensure drained 

conditions. The instrumentation used in this testing setup included one miniature load 

cell (• υπ άά , other than the main load cell, with no information about the 

accuracy and calibration of the sensor was mentioned. The miniature load cell was 

mounted flush to the bottom of the loading pad as seen in Figure 15b. This allowed for 

measuring the total stress applied as well as the stress in either the column or the clay 

matrix, depending on the configuration used. Thus, the stress in the stone column was 

calculated when the contact stress above the clay was measured, and vice versa. This 

allowed for the calculation of the stress concentration ratio, and was done for all 

performed tests. Note that the diameter of the columns ranged between 60, 80 and 100 

mm while ensuring a length to diameter ratio of 5 and an area replacement ratio of 16%, 

through varying the spacing between the columns. 
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Figure 15: Testing setup showing the (a) large test box with the actuator and loading 

frame, and (2) instrumentation with load cells and LVDTôs mounted over and inside the 

loading plate (Modified from Ghazavi and Afshar 2013) 

 

The testing program allowed for observing the following: (1) the encasements 

reduce the bulging due to the additional confinement provided, which also in its turn 

increases the stiffness/strength of the column, (2) the stress concentration ratio increases 

with the use of the encasements, having higher peaks and higher residual values(3) the 

stress concentration ratio goes over a peak at low axial strain for both the encased and 

ordinary stone columns after which it decreased to a residual value at high axial strains, 

and this was true for both the OSC and ESC as shown in Figure 16.  
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Figure 16: Stress concentration ratio with axial strain for ordinary and encased stone 

columns under drained conditions (Modified from Ghazavi and Afshar 2013) 

 

Miranda et al. (2017) conducted three 1-D consolidation tests in a large 

instrumented Rowe-Barden oedometric cell which is the same used by Cimentada et al. 

(2009) as shown in Figure 12. The paper presents the influence of geotextile 

encasements on the behavior of the stone columns reinforcing soft soils. The soil used is 

also kaolin clay prepared in a bed and consolidated after that, with the columns being 

limestone gravel. The diameter of the columns was 8.5 cm corresponding to an area 

replacement ratio of 11% only. 

Results of stress distribution, pore pressure and soil settlement were presented. 

The authors concluded that encased columns supported vertical stresses 1.7 times that 

supported by ordinary columns. The range of the stress concentration factor was 

between 11 and 25 for the encased columns while this ratio ranged between 3 and 10 for 

the ordinary stone columns. Pore pressure dissipation which was related to the degree of 

consolidation and was higher in the two experiments with encasements as compared to 

the ordinary one. No graphs were presented for the stress concentration ratio and the 

data provided was not enough to plot manually the stress concentration ratio with axial 
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strain as the settlements/axials strains were not that clear, so graphs were basically 

interpolated with few points, based on one axial strain value for one applied stress; this 

is shown in Figure 17 below. The reported values for the stress concentration factor in 

this study for just an 11% area replacement ratio are too high, even though with the use 

of encasements. Values in the range of 15-25 means that merely the clay is feeling the 

load applied and all the load is carried by the stone column. The reported results are 

also, as in the case of the results presented by Cimentada et al. 2011, quite off from 

those found in the literature. Both researches used the same setup and sensors (pressure 

sensors with dimeter of 8 mm used over gravel columns) and this could kind of justify 

the reason of having similar results. 

 

 

Figure 17: Stress concentration for encased and ordinary stone columns at ὥ = 17% 

(Modified from Miranda et al. 2017) 

 

              NazariAfshar et al. (2019) conducted 1-g laboratory tests on group of long and 

short stone columns to study the bearing capacity with the use of granular blankets 

above the columns (thickness 7.5 cm). The testing setup, instrumentation and materials 
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were used to reinforce the stone columns and their effect on the bearing capacity was 

studied. The columns were all 6 cm in diameter and the area replacement ratio was 

maintained at 19%. Figure 18 below summarizes the main finding for the stress 

concentration ratio of both encased and non-encased stone columns. The results comply 

with those presented previously in the literature in terms of: (1) the use of encasements 

increase the contribution of granular columns to carrying more load and (2) fully 

penetrating columns mobilize more stresses than partially penetrating columns. The 

effect of encasements decreased though when using short columns, this is shown as 

having the ordinary fully penetrating column carrying more stresses than the encased 

partially penetrating, depicted in Figure 18 as higher stress concentration ratio for the 

former. 

 

 

Figure 18: Stress concentration ratio with axial strain for short and long stone columns 

with and without encasements (Modified from Nazari Afshar et al. 2019) 
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2.2.2 Remarks on Sensors, Contact Stress Measurements and Stress Concentration 

Ratio 

 The literature review conducted focused on the different setups and 

instrumentation systems (pressure sensors and load cells) used to measure or calculate 

the contact stresses above/below granular columns and the surrounding clay. It also 

presented all the work done in an attempt to evaluate the stress concentration ratio. 

Table 1 summarizes most of the relevant information from all published studies that 

targeted measuring the stress concentration ratio in a laboratory setting (Charles and 

Watts 1983, Bachus and Barksdale 1984, Juran and Guermazi 1988, Muir Wood et al. 

2000, McKelvey et al. 2004, Murugesan and Rajagopal 2010, Cimentada et al. 2011, 

Fattah et al. 2011, Ghazavi et al. 2013, Miranda et al. 2017, and Nazariafshar et al. 

2019). The information presented in Table 1 leads to the following observations and 

conclusions: 

1. The contact stress measurement could be done using a load cell, pressure cell or 

even a miniature pressure sensor that is usually used for fluid pressure 

measurements. 

2. Calibration of the sensors is critical, as it should be done on water, clay and sand; 

however, the soil should be saturated to minimize point load concentrations. 

3. If the granular column is not a poorly graded fine sand (like well-graded sand, 

gravel or stone column) the use of miniature load cells should be avoided as it is 

accompanied with high source of errors, and could generate misleading stress 

data. 
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4. There are no data for the actual measured contact stresses above the different soils 

tested.  The only data available in the literature is in the form of stress 

concentration ratios only. 

5. The stress concentration ratio is not a constant for a given reinforced clay system 

(given area replacement ratio and given column length/penetration) since it 

depends on the strain level, magnitude of the applied stress relative to the failure 

stress, time from the application of the load, and drainage conditions. 

6. The reported stress concentration ratio for fully penetrating columns under 

drained conditions and an area replacement ratio between 7 % and 25% showed 

an early peak at low axial strains in the range of 4.0 to 6.0, after which it decreased 

to residual values between 2.0 and 3.0. 

7. The post peak strain softening behavior for fully penetrating columns under 

drained conditions in the sand column is related to a load transfer to the nearby 

soil from the yielding column. Drainage and progressive consolidation of the soil 

affects the total bearing capacity as well as the load sharing between the column 

and the soil. 

8. Encasing the granular columns with geosynthetics or geogrids could increase the 

stress concentration ratio by a factor of 1.5 to 2.0, which actually increases the 

contribution of granular columns in load carrying through providing additional 

confinement. 

9. Little to no data is available for stress concentration ratio measurements under 

undrained loading. Most of the studies focus on drained/prolonged loading. 

10. The vast majority of the studies did not quantify the effect of the drainage 

conditions and rate of loading on the reported stress concentration factors. 
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11. All the studies, except Juran and Guermazi (1988), utilized laboratory-scale 1-g 

model setups or large-scale odometers as a basis for testing. Limitations to such 

tests were clearly stated in previous sections. 

12. Even though Juran and Guermazi (1988) utilized triaxial setup to measure the 

stress concentration ratio, the authors only utilized single columns rather than 

column groups. 

 

Table 1: Experimental research programs with stress concentration factors reported 

Reference 

Type of 

Experiment 

(S = single, 

G = group) 

Loading Conditions 

(Stress = stress controlled 

Strain = strain controlled 

D=drained, U=undrained) 

Area 

Replacement  

Ratio (%) 

Sensor used for 

stress measurement 

(LC = load cell, 

 PS = pressure 

sensor) 

m = miniature 

Stress concentration factor, n 

(U = undrained, D = drained 

F = fully pen., P = partial 

pen.) 

Charles and  

Watts (1983) 

1-g Cons.a  

(S) 
Stress (D) 21, 33 PS 

ar=33%, n = 4.8 

ar=21%, n = 2.2 

Bachus and  

Barksdale (1984) 
1-g (S/G) 

Stress (D) 

Strain (D) 
7, 25 LC 

S - n = 2.8-4.2 

G - n = 2.5-4.0 

Juran and  

Guermazi (1988) 
TX (S) Strain (D/U) 4 LC nD=6.0, nU=3.0 

Muir Wood et al. 

(2000) 
1-g (G) Strain (D) 10, 30 - nP=6 

McKelvey et al. 

(2004) 
1-g (G) Strain (U) 24 m-PS nF = 5.2, nP=2.8 

Murugesan and  

Rajagopal (2010) 
1-g (G) Stress (D) 23 PS n = 7.0-9.0 

Cimentada et al. 

(2011) 

1-D Cons.a 

(S) 
Stress (D) 6.25, 11 m-PS n = 2.5-9.0 

Fattah et al. 

(2011) 
1-g (S/G) Stress (U) 5, 20 Gauges n = 1.4-6.0 

Ghazavi et al. 

(2013) 
1-g (S/G) Strain (D) 16 m-LC n = 5.5-6.2 

Miranda et al. 

(2017) 
1-g Cons.a (S) Stress (D) 11 m-PS n= 3.0-6.0 

Nazariafshar et 

al. (2019) 
1-g (G) Strain (U) 19 m-PS n = 2.2-4.3 
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Table 1 shows that 10 out of the 11 reported studies utilized laboratory-scale 1-g 

model setups or large-scale odometers as a basis for testing. Limitations related to such 

tests were clearly stated in the previous paragraphs. As indicated in Table 1, the only 

triaxial-based study that measured the stress concentration factor utilized single 

columns rather than column groups. Finally, results in Table 1 show that the vast 

majority of the studies did not quantify the effect of the drainage conditions and rate of 

loading on the reported stress concentration factors. There are no studies that aimed at 

measuring stress concentration factors within triaxial settings for soft clays that are 

reinforced with column groups under different drainage conditions.  Any advancements 

that were made/documented in the literature on this issue are still at nascent stages. 

 

2.3 Transparent Soil 

2.3.1 Materials Used 

The use of transparent synthetic soils in laboratory testing programs emerged as 

a non-intrusive technique for the visualization of internal displacements (Iskander, 

2010; Ganiuy et al., 2016). Transparent aggregate soils have been produced by 

saturating a transparent aggregate with a pore fluid with matching refractive index, thus 

creating a homogeneous medium (Iskander and Liu, 2010; Peters et al., 2011). A variety 

of transparent materials have been used in this regard, including amorphous silica 

powder (e.g. Sadek et al., 2002; Liu et al., 2003), silica gel (Iskander et al., 2002; Liu & 

Iskander, 2010) and fused quartz (e.g. Ezzein and Bathurst, 2011; Ferreira & Zornberg, 

2015; Peng & Zornberg, 2019). The pore fluids used to match the refractive index of 

these transparent aggregates include liquids such as mineral oils, white oil, paraffinic oil 

or even a blended mixture of two or more of these liquids. 
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The amorphous silica powder, which requires the use of oil as pore fluid, has 

been used as a transparent material to model clay-like soils. This dates back to the work 

of Lai et al. (1994). However, one main disadvantage of using this aggregate material is 

the contingency of getting a transparent medium only when oil is used. Also, 

researchers faced challenges when using amorphous silica to model soft and highly 

plastic clays, due to its low plasticity. Here rose the need for another type of aggregate 

material that behaves like soft clays, yet without the strict need for using oil as the pore 

fluid. 

Recently, and after the work of Wallace et al. (2015), a new material has 

emerged, called Laponite, which behaves like clays when mixed with water to match its 

refractive index. There is no need to use different oil mixes to produce and match the 

refractive index of Laponite; just by simply adding water to the white powder, 

transparent clay-like material will be formed. In fact, Laponite presented a series of 

advantages when used as a transparent soft clay surrogate in geotechnical physical 

models, in terms of plasticity, rheology, and transparency. 

The use of transparent like soils could be really informative in the context of 

geotechnical engineering when it comes to tracking displacement and stress fields of 

soils in a non-intrusive manner. Studies have shown that tracking particles could be 

done with laser aided imaging or simply using particles as references without the need 

for a laser. The laser is mainly used (e.g. Black et al. 2015; Peng & Zornberg, 2019) 

when the soil-like material behaves like sands i.e. silica gel or crushed fused quartz 

(Figure 19a). The application of the laser allows for capturing the edges of the particles, 

and thus tracking their movement could be easily done using digital processing 

techniques for the consecutive captured images. However, when no laser is used, and if 
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there is no other non-transparent material, like natural sand or geosynthetics, some use 

the ñseeding particlesò that could be followed/tracked successively (Ads et al. 2020). 

Seeding particles could be anything small in volume and colored (e.g. black fine sand 

particles) that can float in the clay matrix, and could be tracked during testing (Figure 

19b). The installation of these particles should be done in a predetermined vertical 

plane, so that the analysis/tracing is done in two-dimensional coordinate system. 

The two famous image processing techniques that are used for analysis are: 

digital image correlation (DIC) and the particle image velocimetry (PIV). Both 

techniques provide the same output, i.e. vector fields for displacement of particles, with 

the only difference being the approach/tools used for analyzing the images. These 

methods are used for images taken with and without laser. 

 

 

Figure 19: Image capturing with the use of (a) laser in fused quartz and (b) using black 

sand particles in Laponite mixture without the use of laser (Modified after Peng & 

Zornberg, 2019 and Ads et al. 2020) 
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2.3.2 Laponite Clay Surrogate 

As mentioned earlier, Laponite is a white powder that forms a transparent clay 

surrogate when mixed with water. This material has a very low undrained shear 

strength, which makes it comparable to that of marine soft clays. In the past couple of 

years, attempts have been made with the Laponite material to characterize its 

geotechnical properties (Wallace & Rutherford 2015), assess its transparency (Yi et al. 

2018) and quantify its shear strength using miniature ball penetrometer tests (Ads et al. 

2020). Laponite was also used for physical modeling of geotechnical systems, such as 

the work of Wallace & Rutherford (2015), through utilizing laser techniques and image 

processing to visualize failure surfaces after loading caisson foundations. 

Laponite is characterized as having thixotropic behavior, which is defined by 

Mitchell (1960) as a time-dependent change in strength for a non-equilibrium state in 

inter-particle forces after mixing, remolding or compaction, and is common in highly 

sensitive clays. In the technical literature, thixotropy has been referred to as aging, 

thixotropic hardening and structuration (Mitchell 1960; Rodriguez & Santamarina 

1999), and is a reversible, time-dependent strength gain. Mitchell & Soga (2005) 

reported two sources of shear strength gain: a fixed remolded strength and a reversible 

aged strength. Since Laponite exhibits a thixotropic behavior, meaning that Laponite 

mixtures can go back and forth between gel and liquid state when left to age or mixed, 

respectively, both sources of shear strength gain may be anticipated. 

One major practical limitation of Laponite is that mixtures cannot be prepared in 

high concentrations, partly because of the comparatively rapid gelation process. 

Consequently, the use of additives was proposed as a solution to this problem in order 

to retard the time of gelation of the Laponite when mixed with water during sample 
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preparation (Beemer et al. 2016). A specific additive, Sodium Pyrophosphate (SPP), has 

been used in recent studies in order to facilitate the preparation of Laponite mixtures at 

comparatively higher concentrations, which has in turn produced mixtures of 

comparatively higher shear strength and stiffness. However, only a relatively small 

number of mixtures has been investigated so far that would allow assessment of the 

impact on geotechnical properties of factors such as laponite content, SPP dosage or 

aging time. This would be particularly relevant because variables such as SPP dosage, 

which facilitate the preparation of mixtures at higher Laponite content, may also result 

in a decreased thixotropic behavior. Consequently, the impact of increasing SPP dosage 

on the geotechnical properties of laponite is unclear. 

 

2.3.3 Applications of Laponite 

Many geotechnical experiments could be more informative if the researcher 

visualize internally the displacement of particles, mainly if it is related to describing 

qualitatively the mode of failure during loading/shearing. As such, Laponite could 

replace natural/synthetic clays in many geotechnical laboratory applications from which 

are: (1) pullout tests, (2) large-scale beds with group granular reinforcement (3) 

modeling fault failure, (4) modeling slope failure, (5) triaxial testing and much more. 

In the context of this research, using Laponite as a replacement to typical clays 

when reinforced with granular columns would be really valuable. This is true in the 

shearing phase to analyze continuously the mode of failure with axial strains. 

Determining the mode of failure for typical soils tested in laboratories is normally 

determined by slicing the samples in half, or by looking macroscopically to determine 
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the overall failure (whether bulging or failing along a sheared plane). However, when 

using transparent soil as a replacement to typical clay material, this will allow for non-

intrusive measurements of the failure mode, through studying the displacement vector 

fields from the continuous captured images during shearing. 

In summary, Laponite is still a new material that is being studied in geotechnical 

laboratories. There is still a clear need to study the behavior of this material under 

different concentrations conduct geotechnical experiments to better understand the 

undrained shear strength, thixotropic behavior, permeability, and consolidation 

parameters, among others.  
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CHAPTER 3 

LARGE-SCALE INSTRUMENTED TRIAXIAL SETUP FOR 

INVESTIGATING THE RESPONSE OF SOFT CLAY 

REINFORCED WITH SAND COLUMN GROUPS 

 

3.1 Introduction  and Background 

The use of granular inclusions in the form of sand drains or gravel (stone) 

columns is a common ground improvement solution in many geotechnical engineering 

applications, particularly those involving relatively light to moderately loaded systems 

extending over large areas (Najjar et al. 2010). This ground modification technique 

consists primarily of replacing a certain area of weak soft clay with stiff granular 

columns. The area replacement ratio could be anywhere between 5% up to 40%, with 

optimum replacement ratios mostly in the range of 30% to 40%, above which the 

interaction between the soil matrix and the granular columns may become inefficient 

(Black et al. 2011). 

Granular columns are designed and constructed in groups rather than as 

individual elements. Given that, there is a clear need to study the group effects and load 

sharing under various drainage condition. Most of the studies reported in the literature 

focused on the response of soft clays reinforced with a ñsingleò granular column.  

Experimental investigations were predominantly based on tests conducted in large one-

dimensional (1D) loading chambers (Najjar 2013). Such testing arrangements may be 

considered to be non-representative of actual field conditions. This is true due to the 

inability to control the drainage conditions and rate of loading to mimic the field 

loading, in addition to the inability to model the correct field stress state, which differs 
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significantly from the stress levels encountered in such model experiments. As a result, 

findings from laboratory scale model tests, even if conducted on specimens reinforced 

with column groups, cannot be generalized or extrapolated to the field scale. 

In order to overcome these limitations, significant interest was shown by 

researchers to use a triaxial testing setup to investigate the response of specimens that 

are reinforced with sand (or stone) columns while controlling the stress state, the global 

drainage conditions, and the loading rate. Triaxial testing conditions allow for the 

control of (1) drainage during testing (drained, undrained, or partially drained) and (2) 

confining stresses that could be selected to be in the same order of magnitude as those 

expected in the field. Many researchers studied the behavior of granular columns 

installed in soft clays in triaxial testing setups. This includes the work of Juran and 

Guermazi (1988), Sivakumar et al. (2004), Black et al. (2006), Black et al. (2007), Kim 

et al. (2007), Andreou et al. (2008), Najjar et al. (2010), Black et al. (2011), Sivakumar 

et al. (2011), and Almikati et al. (2020). The vast majority of the above-mentioned 

triaxial studies involve soft clays that are reinforced with a single central granular 

column rather than column groups. 

The existing works available in the literature that specifically addressed column 

groups include the efforts of  Bachus and Barksdale (1984), Muir Wood (2000), Black 

et al. (2006, 2007), White et al. (2007), Murugesan and Rajagopal (2010), Fattah et al. 

(2011), Miranda et al. (2017), and Aslani et al. (2018). The majority of these studies 

utilized large one-dimensional (1D) loading chambers to investigate the effects of (1) 

spacing between adjacent columns, (2) configuration of columns in the group, (3) 

column diameter and penetration depth, and (4) area replacement ratio, on the response 

of the composite. 
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The measurement of contact stresses on granular columns and the surrounding 

clay annulus has been identified as a key element in understanding the stress transfer 

mechanism between the granular inclusions and the surrounding matrix (Aslani et al. 

2018). Contact stress measurements at different stages of loading allow for determining 

the stress concentration ratio, which is defined as the ratio of the stress in the granular 

column to the stress in the clay. This ratio is a key parameter when designing reinforced 

soft clay systems. Several parameters and factors affect the magnitude of the stress 

concentration ratio from which are: the relative stiffness of the column and clay 

material, drainage conditions, slenderness of the column, area replacement ratio and 

other construction details (Hu, 1995). 

Table 1 summarizes results from all published studies that targeted the 

measurement of the stress concentration ratio in a laboratory setting (Charles and Watts 

1983, Bachus and Barksdale 1984, Juran and Guermazi 1988, Muir Wood et al. 2000, 

McKelvey et al. 2004, Murugesan and Rajagopal 2010, Cimentada et al. 2011, Fattah et 

al. 2011, Ghazavi et al. 2013, Miranda et al. 2017, and Nazariafshar et al. 2019). In 

these studies, continuous measurement of the contact stresses on the column and clay 

using miniature pressure sensors and load cells allowed for the investigation of the 

buildup of stress concentration in the granular column with axial strain. The tests in 

Table 1 are limited to loading setups involving axial compression, including triaxial 

compression, footing loading, and area loading. 

Information in Table 1 indicates that 10 out of the 11 reported studies utilized 

laboratory-scale one dimensional model setups or large-scale odometers as a basis for 

testing. As indicated in Table 1, the only triaxial-based study that measured the stress 

concentration factor utilized a single column rather than column groups. Finally, results 
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in Table 1 show that the vast majority of the studies did not quantify the effect of the 

drainage conditions and rate of loading on the reported stress concentration factors. As 

such, there appears to be a clear need for additional studies that are aimed at measuring 

stress concentration factors within triaxial settings for soft clays that are reinforced with 

column groups under contrasting drainage conditions. The objective of this study is to 

address the above-mentioned need. 

 

Table 2: Experimental research programs with stress concentration factors reported 

Reference 

Type of 

Experimen

t 

(S = 

single, G = 

group) 

Loading Conditions 

(Stress = stress 

controlled 

Strain = strain 

controlled 

D=drained, 

U=undrained) 

Area 

Replacement  

Ratio (%) 

Sensor used for 

stress measurement 

(LC = load cell, 

 PS = pressure 

sensor) 

m = miniature 

Stress concentration factor, 

n 

(U = undrained, D = 

drained 

F = fully pen., P = partial 

pen.) 

Charles and  

Watts (1983) 

1-g Cons.a  

(S) 
Stress (D) 21, 33 m-PS 

ar=33%, n = 4.8 

ar=21%, n = 2.2 

Bachus and  

Barksdale 

(1984) 

1-g (S/G) 
Stress (D) 

Strain (D) 
7, 25 LC 

S - n = 2.8-4.2 

G - n = 2.5-4.0 

Juran and  

Guermazi 

(1988) 

TX (S) Strain (D/U) 4 LC nD=6.0, nU=3.0 

Muir Wood 

(2000) 
1-g (G) Strain (D) 10, 30 m-PS nP=6 

McKelvey et al. 

(2004) 
1-g (G) Strain (U) 24 m-PS nF = 5.2, nP=2.8 

Murugesan and  

Rajagopal 

(2010) 

1-g (G) Stress (D) 23 PS n = 7.0-9.0 

Cimentada et al. 

(2011) 

1-D Cons.a 

(S) 
Stress (D) 6.25, 11 m-PS n = 2.5-9.0 

Fattah et al. 

(2011) 
1-g (S/G) Stress (U) 5, 20 LC n = 1.4-6.0 

Ghazavi et al. 

(2013) 
1-g (S/G) Strain (D) 16 m-LC n = 5.5-6.2 

Miranda et al. 

(2017) 

1-g Cons.a 

(S) 
Stress (D) 11 m-PS n= 3.0-6.0 

Nazariafshar et 

al. (2019) 
1-g (G) Strain (U) 19 m-PS n = 2.2-4.3 

aLarge-scale odometer 
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To achieve this objective, a newly developed fully instrumented large-scale 

triaxial test setup is utilized to investigate the overall response of the composite with 

particular emphasis on monitoring pore water pressure and contact stresses over sand 

columns and the surrounding clay. The metrics for assessing the success in achieving 

this objective are based on showing that the proposed test setup is capable of 

quantifying the distribution of the stresses between the sand columns and the 

surrounding clay at different levels of axial strain, while controlling drainage and 

enforcing confining stress levels that are consistent with field applications. A major 

constraint in designing the test setup was the need to test soft clay specimens that are 

reinforced with column groups rather than a single column. This constraint necessitated 

the utilization of a triaxial setup capable of accommodating large diameter cylindrical 

matrix samples. Details about the novel test setup including the design of the cap, 

sensors, instrumentation and data acquisition are presented in the following section. 

It should be noted that the large scale reinforced specimen that was used in this 

study extends the unit cell triaxial model to a more realistic group model that could 

reflect the interaction among the different columns in the group. The triaxial boundary 

conditions in the case of the group do not diverge from the triaxial boundary conditions 

of the unit cell in Najjar et al. (2010 and 2020) since the reinforced clay specimen in 

both cases is confined by a constant confining pressure (s3) and is allowed to bulge in 

the radial direction during triaxial compression. The benefit of large cell tests with 

groups is that they allow for multiple arrangements of columns at various replacement 

ratios while modeling the interaction between the columns in the group and the 

surrounding clay. The normalized spacing between the sand columns (s/d) and their 

location within the specimen were carefully chosen so that the reinforced specimen will 
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represent the area replacement ratio and the s/d ratio of a subset of a large group in the 

field. It is anticipated that the setup and results presented herein will facilitate the 

development of design methodologies of clays reinforced with column groups. 

 

3.2 Triaxial Test Setup and Instrumentation 

A Humboldt triaxial cell capable of testing cylindrical specimens with a 

diameter of 145 mm and a height of 300 mm was customized (see Fig. 20a) to allow for 

the collection of data from: Three miniature contact pressure sensors, three pore 

pressure sensors, a volume change apparatus with a linear variable differential 

transformer (LVDT), a load cell, and a displacement sensor (LVDT). The setup was 

designed to allow for testing soft kaolinite clay specimens that were reinforced with up 

to four sand columns arranged in a square configuration as indicated in Fig. 20b. 

 

3.2.1 Upper Cap Design 

An upper cap with a diameter of 145 mm was designed and fabricated from a 

solid aluminum block to include housings for three access ports for water sources in 

addition to housings for three miniature contact pressure sensors (Fig. 21a). Porous 

stones were fitted into the housings of the pore water ports and they were maintained 

flush with the bottom side of the cap. Similarly, the active part of the pressure sensor 

(Fig. 21b) was maintained flush with the bottom side of the upper cap. 
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Figure 20: Testing setup showing (a) upper cap design with dimensions; (b) testing 

frame with sample dimensions; and (c) data acquisition box, pressurized water source 

and the volume change apparatus. 

 

Two miniature pressure sensors (MP1 and MP2) and two pore water ports (WS 

and PP3) are arranged in a square configuration 44 mm away from the center of the cap, 

with a third miniature pressure sensor (MP3) located at the upper capôs center. The third 

pore water port in the upper cap (PP2) is located between MP1 and MP2 in order to 

allow for the measurement of the pore pressure in the clay matrix between two sand 

columns. The pore water port (WS) allows for the application of backpressure from the 

top side of the specimen in addition to the measurement of volume change in the 

consolidation and drained shearing stages. Although most of, if not all, the sensors are 

installed within the upper cap, an additional pore water pressure sensor (PP1) is 

connected to one of the tubes that accesses the lower porous stone at the base of the 

specimen. 
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Figure 21: Upper cap setup showing (a) bottom view of the top cap with miniature 

pressure sensors and porous stones; and (b) Omega miniature pressure sensor used. 

 

A three-dimensional side view of the upper cap (Fig. 22) shows the complete 

assembly of the upper cap with sensors, fittings and tubing. The miniature pressure 

sensorsô electronic board is close to the active part of the sensor (Fig. 21b), which 

prohibits installing the sensor without proper isolation of the electronic board from the 

sensor itself. As such, it was critical to ensure complete water tightness of the fittings to 

eliminate the possibility of cell water leakage into the sensor chambers through any of 

the tubing and connections. 

3.2.2 Pressure Control and Volume Measurements 

As shown in Fig. 20c, two water pressure lines control the stress state in the 

triaxial cell. The first is a pore water line that is connected to a volume change device 

that allows for the measurement of volumetric change during the different testing 

stages. The second is a cell pressure line that is directly connected to water in the 

triaxial chamber to control the isotropic confining pressure around the specimen. 



63 

 

 

Figure 22: Side view of the upper cap showing the fittings and tubing to completely 

isolate the cell pressurized water from leaking towards the sensors and the specimens. 

 

The volume change apparatus has a double acting piston for measuring volume 

change during consolidation or drained shear with a capacity of 100 ml. It is equipped 

with a displacement transducer that is calibrated to measure the volume of water passing 

through the chamber. A T-connection is used to connect the volume change device to 

the appropriate pore water ports in the upper and lower caps in contact with the soil 

specimen, thus allowing for the application of a controlled backpressure to both ends of 

the specimen. The back-pressure and the cell pressure are controlled from a panel that is 

pressurized using compressed air.The Humboldt HM-3000 master loader and frame was 

used to run the triaxial tests. It is capable of loading large soil specimens up to 145 mm 

in diameter and 300 mm in height. The allowable shearing rates range between 0.1 

mm/min and 75 mm/min. The cell chamber can withstand pressures up to 1200 kPa. 
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3.2.3 Sensors, Data Acquisition, and Calibration 

The miniature pressure sensors used in the setup are manufactured by OMEGA 

Engineering Company and have a capacity of 1400 kPa (Fig. 21b). The transducer 

diaphragm and sidewalls are made of stainless steel. The main application for these 

sensors is to detect and measure pressures from fluids. Their intended use in the testing 

setup described is to measure contact pressures above the clay matrix and above the 

sand-reinforcing column. In order to verify their ability to provide reliable 

measurements of contact stresses with soils (kaolinite clay and sand), the sensors were 

calibrated under three conditions: (1) contact with water, (2) contact with kaolin clay, 

and (3) contact with sand. Under conditions of water contact and kaolin clay contact, 

the sensors exhibited a linear response and showed repeatable calibration coefficients. 

This was somewhat expected given the clayôs very small particle size, plasticity, and 

saturation, where minimal variations and noises were detected in the measurement of 

contact stresses above the clay matrix. 

Conversely, the calibration of the sensors using the dry Ottawa sand yielded 

non-linear results. This was attributed to large contact forces between the sand grains, 

which are larger than the clay particles, and the sensorôs membrane. Further calibration 

using saturated sand interface resulted in a more-or-less linear response in the pressure 

range of interest. Since all specimens in the test program were backpressure saturated 

prior to shearing, it was considered that the pressure sensors would yield reliable 

measurements for both the sand and the clay in the large-scale composite specimens, 

provided the respective calibration constants were applied. 

It should be noted that calibration using pressurized water was done using an 

enclosed triaxial chamber, with the pressure sensors mounted flush with the bottom side 



65 

 

of the loading cap. The calibration of the sensors using kaolin clay or sand was done 

using a custom made one-dimensional odometer consolidation upper cap that has a 

central manufactured space for the pressure sensors to be mounted in. The one-

dimensional setup has a closed-loop pressure option that helps maintain a uniform 

applied pressure. 

The electric signals from the pressure sensors exhibited some noise due to issues 

related to connections, wiring, and soldering. The noise in the voltage was found to be 

minimal during calibration in water. The voltage output from clay and sand calibrations 

gave linear and repetitive results. The noise was filtered using in-line amplification with 

a TL072CP operational amplifier from Texas Instrumentation. The TL072CP was also 

used to amplify the output to values in the order of 0.5-3 volts that is suitable for the 

data acquisition module. 

The pore pressure sensors did not present any problems or challenges given that 

the active component of the sensor is outside the triaxial setup. All tubes connected to 

the pore pressure sensors were maintained saturated at all times. The pore pressure 

sensors incorporated in the testing setup are from Ametek Co. with a maximum capacity 

of 1,400 kPa. All sensors were connected to a data acquisition box that houses the data 

acquisition modules, signal conditioning, signal amplification and noise filtering. The 

modules used are from National Instruments and the interface adopted for data 

collection was LabVIEW. A custom-designed graphical user interface was used to 

control data collection from all nine sensors and provide real-time plots the data during 

the test. 
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3.3 Material Characterization  

The materials used in this testing program are Kaolin clay and Ottawa sand. 

Detailed properties of these materials are presented in the following sections. 

 

3.3.1 Kaolin Clay 

The kaolin clay (Supreme China Clay) was sourced from the United Kingdom. It 

has a liquid limit of 65%, plasticity index of 19%, and specific gravity of 2.56. A one-

dimensional consolidation test was conducted on a 50 mm diameter specimen trimmed 

from a sample consolidated from slurry under a vertical stress of 100 kPa. Seven 

loading and three unloading increments were used to determine the e-log p curve, where 

each increment was left for 24 hours to complete the primary consolidation stage. The 

resulting e-log p curve for the kaolin clay is presented in Fig. 23. The recompression 

(ὅ , compression ὅ  and swelling ὅ  indices were determined to be 0.19, 0.50 and 

0.17, respectively. The preconsolidation pressure was determined to be 92 kPa using 

Casagrande (1936) method, indicating that the 100 kPa consolidation pressure that was 

applied to the slurry in the 1D consolidometers may not have fully transferred to the 

specimen due to frictional losses along the mold surfaces. 
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Figure 23: e-log ů'v for normally consolidated kaolin clay. 

 

In order to characterize the shear strength of the kaolin clay, three isotropically 

consolidated undrained (CU) tests and three consolidated drained (CD) tests were 

conducted on back-pressure saturated specimens with a height of 142 mm and a 

diameter of 71 mm at effective confining pressures of 100, 150 and 200 kPa. The results 

of the drained and undrained triaxial tests on kaolin clay are presented on Figs. 24a and 

24c, respectively. 

The stress-strain response from the consolidated drained tests (Fig. 24a) 

indicated a strain hardening effect for all confining pressures up to an axial strain of 

16%, where a peak deviatoric stress was reached. The volumetric change indicated 

contractive behavior that is typical of soft normally consolidated clay specimens that are 

sheared in a drained condition towards critical state. The effective drained Mohr-

Coulomb failure envelope was used to determine the drained shear strength parameters 

of the kaolin clay. The measured effective strength parameters for kaolin clay were ὧᴂ

π kPa and • ςρȢψЈȢ 
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For the consolidated undrained tests, the variation of the deviatoric stress and the 

excess pore water pressure with axial strain (Fig. 24c) indicates that the kaolin clay used 

in this experimental program softens at axial strains in the order of 10% to 12%. The 

maximum deviatoric stresses were 56.9, 79.4 and 100.4 kPa corresponding to 

ίȾ„  ratios of 0.28, 0.26 and 0.25 respectively, where ί represents the undrained 

shear strength and „  represents the initial effective confining pressure. These 

ίȾ„  ratios are typical of normally consolidated clays sheared in undrained 

conditions (Lin and Penumadu, 2005). For the different effective confining pressures of 

100, 150 and 200 kPa, the maximum recorded pore water pressures were 60.0, 92.9, and 

119.3 kPa, corresponding to Skempton pore pressure parameters ñὃͼ of 1.06, 1.13 and 

1.19, respectively (Skempton, 1954). 

 

 

Figure 24: Results of consolidated drained (CD) and consolidated undrained (CU) 

triaxial tests on Kaolin clay and Ottawa sand. 
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3.3.2 Ottawa Sand 

The sand used in the test program is classified as poorly graded Ottawa sand 

(SP) according to the Unified Soil Classification System. The physical and mechanical 

properties of the sand are presented in Table 2. The sand shear strength was determined 

using isotropically consolidated drained and undrained triaxial tests that were conducted 

on specimens with a height of 142 mm and a diameter of 71 mm at initial confining 

pressures of 100, 150, and 200 kPa. The specimens were prepared at a dry density of 

ρȢχτ ὓὫȾά   corresponding to a relative density of 85%, and a void ratio of 0.53. All 

sand columns used in the testing program had a density of ρȢχτ ὓὫȾά

πȢπρ ὓὫȾά  ensuring high consistency during testing. 

 

Table 3: Physical and mechanical properties of Ottawa Sand. 

Soil property Value 

D10 (mm) 0.22 

D30 (mm) 0.3 

D60 (mm) 0.5 

Specific gravity 2.65 

Coefficient of uniformity (D60/D10) 2.3 

Coefficient of curvature (D30)2/(D60*D 10) 0.82 

Maximum void ratio; emax 0.75 

Minimum void ratio; emin 0.49 

Angle of internal friction (ű)Á 39 

 

The drained triaxial test results presented in Fig. 24b show stress-strain and 

volumetric responses that are typical of dense sand. Clear peaks were exhibited in the 

stress-strain responses at axial strains in the order of 3 to 5%, followed by softening all 

the way to critical state. The softening was associated with the dilation of the dense 
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sand during drained shear. The drained tests indicated that the sand can be characterized 

with a ὧᴂ π kPa and • σωȢπЈ. The consolidated undrained test results in Fig. 24d 

reflect the dilative tendency of the dense sand through the generation of large negative 

excess pore water pressures during undrained shearing. 

 

3.4 Laboratory Testing Program 

The testing program is summarized in Table 3. In total, three isotropically 

consolidated drained (CD) and three isotropically consolidated undrained (CU) triaxial 

tests were performed on specimens having a diameter of 145 mm and a length of 295 

mm. Tests were performed on control specimens and specimens reinforced with a group 

of four non-encased, fully penetrating dense sand columns with diameters of 30 and 40 

mm, representing area replacement ratios of ὥ ρχȢρϷ and σπȢτϷ, respectively. The 

columns were installed in predrilled holes using a square arrangement at 44 mm offset 

from the specimen center. The holes were drilled using a custom-fabricated augering 

apparatus. All specimens were saturated using a back pressure of 300 kPa and 

isotropically consolidated under an effective confining pressure of 100 kPa. Skempton 

B values were around 0.98 for all tests (Skempton, 1954), indicating adequate degrees 

of saturation. All tests were strain controlled and terminated at axial strains of ~20%. 

The strain rate chosen for every test was function of ὸ as per the ASTM standards. 

3.4.1 Clay Specimen Preparation 

Kaolin clay (China Clay) powder was mixed with water at two times its liquid 

limit (i.e. 130% water content) to form a slurry. The mixture was then poured into 

custom-fabricated split PVC pipes and subjected to 1-D consolidation using a 
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sequenced application of dead weights. Three 1-D consolidometers were fabricated for 

this purpose (Fig. 25). Custom-fabricated split PVC pipes functioned as split molds 3 

mm thick, 500 mm high, with an internal diameter of 145 mm. Slurry was placed inside 

the well-tightened PVC pipe segments (Fig. 26a).  High strength duct tape and metallic 

bands were used to confine the split PVC while maintaining negligible lateral strains 

during one-dimensional consolidation of the slurry under a vertical applied pressure of 

up to 100 kPa. 

The advantage of using split molds is that an undisturbed, relatively soft, 

homogenous clay specimen could be retrieved (Fig. 26) with minimal disturbance. 

Perforated metallic upper and lower caps with filter paper served as porous boundaries. 

Dead weights were seated on a circular steel plate that transferred the load to the top of 

the clay through a cylindrical steel rod. Dead weights were added gradually and in 

increments based on the time schedule presented in Table 4. 

Table 4: Laboratory testing program and results 

Test  
number 

Drained 
(D) 

or 

Undrained 
(U) 

Diameter 
of 

sand 

column 
(mm) 

Number 

of 
sand 

columns 

Area 

replacement 
ratio Ac/As 

(%) 

Maximum 

deviatoric 
stress 

(kPa) 

Excess 

pore 
pressure 

(kPa) 

Volumetric 

strain 

(%) 

Increase 
in 

deviatoric 

stress 
(%) 

Reduction 
in excess 

pore 

pressure 
 (%) 

Reduction 
in  

volumetric 

strain  
(%) 

1 U  0 0 0 56.6 61 - 0.00 0.00 - 

2 U 30 4 17.1 78.3 45 - 38.4 26.2 - 

3 U 40 4 30.4 146.5 12 - 158.8 80.3 - 

4 D 0 0 0 119.0 - 6.44 0.00 - 0.00 

5 D 30 4 17.1 128.1 - 4.57 7.65 - 29.0 

6 D 40 4 30.4 166.4 - 0.97 40.0 - 84.9 
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Figure 25: Custom fabricated 1-D consolidometers. 

 

The loading schedule was selected using trial and error to achieve repeatable and 

uniform samples with minimal disturbance. The quality of the specimens thus formed 

was evident in (1) the uniformity in the final specimen height (~ 315 mm) and (2) 

consistency in the water content along the specimen length. This consistency was 

verified through a trial experiment in which a specimen was sliced into 6 pieces and the 

water content and void ratio determined for each slice. The variation of the water 

content and void ratio along the height of the specimen as presented in Fig. 27 indicates 

a relatively uniform degree of consolidation along the specimen height. 
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Figure 26: (a) Sealed PVC split sections; (b) dismantling of PVC sections; and (c) 

kaolin specimen consolidated to 100 kPa. 

 

 

Figure 27: Variation of water content and void ratio along the height of the sample after 

1D consolidation. 

 

All samples were subsequently isotropically reconsolidated at 100 kPa in the 

triaxial cell, which eliminated any one-dimensional stress history that might have 

existed in the sample following consolidation in the 1D consolidometers. 
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Table 5: Loading sequence during 1-D consolidation 

Test information S1 S2 S3 S4 S5 S6 S7 

Applied weight (kg) 0 10 20 40 80 120 170 

Applied pressure (kPa) 0 6 12 24 48 71 101 

Duration (hr) 12 24 24 24 24 24 24 

Note: S1 refers to Stage No. 1 and so on 

 

3.4.2 Construction of Sand Columns 

After dismantling the cylindrical kaolin specimen from the PVC 

consolidometers and trimming it to the specified final height of 295 mm, the sample 

was placed in a custom-fabricated augering apparatus that is capable of drilling up to 

300 mm inside the soil specimen (Fig. 28). Two auger bits were then used to drill  either 

30 mm or 40 mm diameter holes in the clay specimen to form the column group. Pre-

prepared frozen sand columns were then placed in their respective predrilled holes. The 

sand columns were frozen in prefabricated 3D-printed tubes. The tubes were printed as 

split molds with a total height of 300 mm and a wall thickness of 2 mm. The freezing 

method was used for the preparation of sand columns (e.g., Sivakumar et al. 2004; 

Black et al. 2007) as it has shown good repeatability and consistency in terms of the 

relative density of the sand columns (Najjar et al. 2010). 

The sand split tubes were held in place using high strength duct tape to ensure 

no lateral strains during sand freezing. The sand was filled in layers while vibrating the 

tubes from the outside to achieve a final dry density of ρȢχτ ὓὫȾά πȢπρ ὓὫȾά , 

corresponding to 85% relative density. Following densification, water was added to 

achieve a water content of around 20%. The columns were then placed in the freezer for 
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at least 24 hours. After drilling each hole, a sand column is removed from the freezer, 

the tubes split  and the column inserted into the drilled hole and allowed to thaw (Fig. 

28). 

 

 

Figure 28: Drilling holes in kaolin specimen and sand column installation. 

 

3.5 Test Results and Analysis 

The modified triaxial test setup with its newly devised instrumentation was used 

to run large scale drained and undrained triaxial tests on control clay specimens and 

specimens that were reinforced with a group of four sand columns distributed in a 

square arrangement. All samples were isotropically consolidated under an effective 

confining pressure of 100 kPa prior to the shearing stage, after ensuring saturation 

through applying an incremental backpressure of 300 kPa. The test results are presented 

in Table 1 and include two tests on control clay specimens, two tests on specimens 

reinforced with an area replacement ratio ὥ ρχȢρϷȟ and two tests on specimens 

reinforced with an area replacement ratio ὥ σπȢτϷȢ The analysis focused on the 

effect of sand columns on: (1) consolidation, (2) bearing capacity and stress 
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distribution, (3) reduction in volumetric strain and pore pressure during shearing and (4) 

development of stress concentration within the sand columns. 

The drained and undrained triaxial tests were conducted in accordance with 

ASTM standards. In the consolidated drained tests, the rate of shearing was calculated 

as ‐ , where ‐ represents the axial strain at failure (chosen as 10%) and ὸ is 

the time corresponding to a degree of consolidation of 50%. For the consolidated 

undrained tests, the rate of shearing was calculated as ‐  to achieve equalization 

of pore water pressure throughout the height of the specimens. As a result, the strain 

rate that was adopted in the consolidated drained tests ranged from 0.1 to 1.2 mm/hr, 

while the rate adopted for the undrained tests ranged from 1.1 to 28.5 mm/hr. It should 

be noted that in the drained tests, fully drained conditions during shearing were 

confirmed by monitoring the excess pore water pressure at three locations (See Fig. 20). 

The excess pore pressures were always in the range of ς Ὧὖὥό ς Ὧὖὥ, 

indicating complete dissipation of excess pore water pressure in the specimens. 

 

3.5.1 Consolidation Stage 

The isotropic consolidation response of the six test specimens under an effective 

confining pressure of 100 kPa is presented in Fig. 29. Three observations can be made 

from the volumetric strain versus time curves: (1) The incorporation of sand column 

groups in the reinforced clay specimen reduced the volumetric strain of the control 

specimen by about 35% and 46%, with a higher percent reduction for the higher area 

replacement ratio (ar = 30.4%), (2) The time required for consolidation to be completed 

decreased significantly as the area replacement ratio increased, with the time 
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corresponding to 50% consolidation ὸ decreasing from around 670 minutes in the case 

of the control clay specimen to 15 minutes and 4 minutes for the specimen reinforced at 

ὥ ρχȢρϷ and σπȢτϷ, respectively, and (3) the difference in the consolidation 

response between identical drained and undrained specimens (whether control or 

reinforced) was little indicating a high level of repeatability and consistency in sample 

preparation, testing, and instrumentation. 

The reductions observed in the volumetric strain and consolidation time are 

expected given the dual role that sand columns play in (1) increasing the overall 

stiffness of the composite specimen, and (2) enhancing radial drainage by functioning as 

vertical drains that reduce the horizontal drainage paths of water leaving the clay. In the 

control clay specimens, the drainage was mainly vertical with the maximum drainage 

distance being equal to half of the specimen height (~ 145 mm). In the reinforced 

specimens, the drainage direction is pre-dominantly radial with maximum drainage 

distances in the order of 35 mm and 25 mm in the case of ὥ = 17.1% and 30.4%, 

respectively. Since consolidation times are roughly proportional to the square of the 

maximum drainage distance, the reductions observed in the primary consolidation times 

in the reinforced specimens may be considered reasonable. 
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Figure 29: Variation of volumetric strain with time during isotropic consolidation of 

control and reinforced specimens. 

3.5.2 Stress-Strain Response 

The stress-strain curves for the control and reinforced clay specimens are 

presented in Fig. 30a and 30b, for the CD and CU triaxial tests, respectively. 

Irrespective of the drainage conditions, results as presented in Fig. 30 indicate that the 

sand column group improved the bearing capacity and stiffness of the soft clay. The 

maximum deviatoric stress measured in the control clay specimen increased by 8% 

(ὥ ρχȢρϷ) and 40% (ὥ σπȢτϷ) in the drained tests and by 39% (ὥ ρχȢρϷ) 

and 159% (ὥ σπȢτϷ) in the undrained tests. 

For reinforced clay specimens, the stress-strain curves in Fig. 30 show signs of 

strain softening starting from axial strains in the order of 5 to 10%, particularly in 

specimens reinforced at the higher area replacement ratio of 30.4%. This response 

reflects the dominant role of the dense sand columns, which are expected to dilate 

during shear, particularly in the drained tests. The dilative tendency of the sand columns 

and its role in dominating the response of the composite is clearly exhibited in Fig. 30 

through the variation of the volumetric strain (drained tests) and the excess pore water 
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pressure (in undrained tests) with axial strain. Reinforcing the clay with the sand 

column group reduced the compressive volumetric strain at failure in the CD tests from 

6.5% to 4.6% (ὥ ρχȢρϷ) and 1.0% (ὥ σπȢτϷ), and reduced the excess positive 

pore water pressure in the CU tests from 60 kPa to 45 kPa (ὥ ρχȢρϷ) and 10 kPa 

(ὥ σπȢτϷ), respectively. 

It should be noted that although the consolidated undrained tests could be 

considered to be ñglobally undrainedò, exchange of pore water between the dilating 

sand columns and the surrounding compressive soft clay is inevitable. This local 

exchange will lead to partial drainage of the sand columns in the group and the 

surrounding clay leading to local volume change. Evidence of this partial drainage in 

the consolidated undrained tests is clear in the stress-strain response, which shows clear 

signs of strain softening. Had the sand columns been totally undrained, the generation of 

large negative pore pressures in the sand would have prohibited strain softening in the 

reinforced clay specimen. 

In the consolidated undrained tests, excess pore water pressure was measured at 

three locations, namely above one sand column, above the clay annulus between two 

sand columns, and at the bottom as a global measure for the composite soil. For all tests, 

the pore pressure sensors gave similar results, irrespective of their position in the 

specimen.  This indicates that even with the relatively high rate of loading that was used 

in the undrained tests, equilibration of pore water pressure occurred within the test 

specimen leading to the same pore water pressure measurement in the sand and the clay. 

As a result, data from only one pore water pressure sensor was included in Fig. 30 for 

the undrained tests. 
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Figure 30: Results of the large scale triaxial tests (a) Drained and (b) Undrained. 

 

 For the particular case of the ὥ = 30.4% specimens, Fig. 30b clearly shows that 

at relatively small strains, the dilative tendency of the large diameter columns results in 

a significant reduction in the overall positive pore pressure generation during shearing. 

However, as strains accumulate towards significant values of about 10%, the gradual 

reduction in the pore pressure is clearly interrupted and reversed. This could be 

attributed to excessive shear stress/strain concentrations along the failure surface 

leading to a tendency for dislocation of the sand columns and interruption of their 

continuity. This explanation of the observed response is supported by the pictures 

shown in Figs. 31d and 32d which show the magnitude of distortion and bulging that 

was induced in the sand columns at large strains. 
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3.5.3 Mode of Failure 

An investigation of the mode of failure of control and reinforced clay specimens 

indicated that the mode of failure was affected by the drainage conditions. For the three 

drained tests (Fig. 31), the controlling mode of failure was uniform bulging along the 

height of the clay specimens. At the onset of reaching a peak in the deviatoric stress, 

formation of a failure plane was observed in control and reinforced specimens, followed 

by strain softening all the way to critical state conditions. On the other hand, undrained 

specimens (Fig. 32) that were reinforced with column groups showed localized bulging 

that was concentrated in the upper half of the specimens with no evidence of the 

formation of a failure plane (unlike the control clay undrained specimen which showed 

a clear failure plane). 

To examine the internal mode of deformation of the sand columns in drained 

and undrained tests, the specimens reinforced with 40 mm sand column groups (ar = 

30.4%) were cut along a vertical section passing through two of the sand columns in an 

attempt to expose the columns and the surrounding clay. The cross sections are 

presented in Fig. 31d and 32d for drained and undrained tests, respectively. For the 

drained test, the cross-section clearly shows the failure plane cutting the sand columns 

along a pre-defined direction. No such failure plane was evident in the undrained test on 

the reinforced specimen. However, it is interesting to note that the sand columns in the 

undrained tests showed asymmetrical bulging, with the columns showing signs of 

outward bulging towards the exterior of the specimen and almost no inward bulging 

towards each other. The restraining action that internal sand columns exhibit within a 

column group was observed in the group tests conducted by Bachus and Barksdale 

(1983), among others. 
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Figure 31: External and Internal Mode of Failure in Consolidated Drained Triaxial 

Tests. 

 

 

Figure 32: External and Internal Mode of Failure in Consolidated Undrained Triaxial 

Tests. 

 

3.5.4 Measured Contact Stresses 

Local contact stresses were measured using miniature pressure sensors located 

over two sand columns and over the clay at the center of the upper cap. The variation of 

the measured contact stresses with axial strain is presented in Fig. 33 for all test 

specimens. Also shown in Fig. 33 are the curves representing the variation of the overall 

global deviatoric stress with strain as measured using the global load cell. 
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For the control clay specimens, measuring contact stresses using the miniature 

pressure sensors allowed for testing the effectiveness and reliability of the miniature 

pressure sensors in measuring stresses under drained (Fig. 33a) and undrained (Fig. 

33b) conditions. These contact stresses for the case of the control clay indicated that the 

three pressure sensors gave reliable and repeatable results compared to the global 

deviatoric stresses measured by the load cell. As expected, the stresses measured by the 

miniature pressure sensors at three locations exhibited some natural variability that was 

quantified to be within 5 to 10% of the measured global deviatoric stress at least for 

axial strains below 10%. This observation is important since it indicates that the utilized 

sensors can be effectively used to monitor stresses in the drained and undrained 

normally consolidated kaolin clay with minimal errors. 

As for the reinforced specimens, the square configuration of the four sand 

column group permits stress measurement in two sand columns and in the central clay. 

The variations of these measured contact stresses with axial strain are presented in Figs. 

33c,d and Figs. 33e,f for specimens reinforced with 30 mm and 40 mm sand column 

groups, respectively. Results from stress measurements above the sand columns (MP1 

and MP2) indicated that: (1) the stiff sand columns attracted stresses that are much 

larger than those measured in the clay, irrespective of the drainage conditions and area 

replacement ratio, (2) some variability in the contact stresses is observed between the 

sand columns in the same composite specimen, and (3) the magnitude of the measured 

sand stresses in the columns is affected by the drainage conditions and the area 

replacement ratio. 
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Figure 33: Variation of deviatoric and contact stresses with strain for control and 

reinforced clay specimens under drained and undrained loading conditions. 

 

The inherent variability in the response of identical sand columns within the 

same composite specimen can be attributed to multiple factors. First, slight variations in 

relative density between the columns in the group could affect the uniformity or lack of 

in the stress distribution between the columns. Second, the stresses may have been 
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affected by slight possible rotations in the upper cap, particularly at larger strains (10% 

to 20%) following the formation of distinct failure planes or excessive bulging. The 

reliability of the sensor readings can be considered as somewhat degraded by the large 

movements. However, all tests were continued to axial strains of 20% to get a sense of 

what is happening well beyond the peak response since it was assumed that even with 

large distortions, the measurements still give a sense of the distribution of the loads. It 

should be noted that the contact stresses measured by sensor MP2 in the case of the 

consolidated undrained test that was conducted on the sample reinforced at an area 

replacement ratio of 17.1% were flawed (See Fig. 33d). As a result, these measurements 

were disregarded from the analysis. 

In order to validate and verify the applicability and reliability of the stress 

measurements in the sand columns, the clay stresses that were measured by MP3 and 

the global deviatoric stresses for the composite clay specimen were used to back-

calculate the average stress in the sand columns in the group. The variation of the back-

calculated stresses in the columns with axial strain is presented in Fig. 33 in red. The 

back-calculated stresses were calculated using Equation 1 by assuming that the global 

deviatoric stress on the composite specimen (sd) was shared by the stress in the clay 

(sclay) and the average stress in the four sand columns (ssand) such that: 

                                     „ὃ „ ὃ „ ὃ                        (1)                               

Where Aclay and Acolumns are the area of the clay and the area of the sand columns 

in the reinforced clay specimen, while Asample is the total cross sectional area of the 

composite specimen. Given the global deviatoric stress (sd) and the measured stress 

(MP3) in the clay (sclay), Equation 1 was used to back-calculate (ssand). Interestingly, 



86 

 

results on Fig. 33 indicate that the variation of the back-calculated average stresses in 

sand (ssand) with axial strain (red curves) compare well with the stresses in sand 

measured using MP1 and MP2. In fact, the back-calculated stresses in sand constitute a 

realistic representation of the average stresses measured by MP1 and MP2, irrespective 

of the area replacement ratio and drainage conditions. These results are important since 

they indicate that the stresses measured by the miniature pressure sensors are reliable 

and reflective of the true stress distribution in the composite specimen. 

 To scrutinize the mechanics of load sharing between the sand columns in the 

group and the surrounding clay and its dependence on the area ratio and drainage 

conditions, the stresses mobilized in the clay (MP3) for the control and reinforced 

specimens were plotted on the same figures (Fig. 34a and 34b for CD and CU tests) for 

comparison. Similarly, the stresses mobilized in the columns in the composite 

specimens were compared to the deviatoric stress measured from the triaxial tests 

conducted on the control sand specimens (Figs. 34c and 34d). 

Results presented in Fig. 34 lead to many interesting observations that show the 

effect of drainage conditions and area replacement ratio on the mechanics of load 

sharing between the sand and the clay and its dependence on the strain level. First, 

results for the stresses in clay (Figs. 34a, b) indicate that the clay under drained 

conditions was able to carry higher stress than the undrained case. In fact, the stresses 

mobilized in the clay surrounding the columns in the drained tests approached the 

maximum deviatoric stress mobilized in the drained control clay specimen, without 

reaching it. For the case with the lower area replacement ratio (ar = 17.1%), the 

variation of the stress in clay with strain was closer to the drained stress-strain response 

of the control clay specimen, indicating that the failure mechanism was dominated by 
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the clay. In the composite specimen with the higher area replacement ratio (ar = 30.4%), 

the stresses in clay were lower indicating that the response was governed by the stiff 

larger diameter sand columns. 

 

 

Figure 34: Effect of area replacement ratio and drainage conditions on the mobilized 

clay and sand contact stresses. 

 

On the other hand, results for the undrained tests indicate that the stresses in clay 

in the composite specimens were (1) insensitive to the area replacement ratio and (2) 

consistent with stresses measured in the control clay specimen. These observations 

indicate that the undrained response in the composite clay specimens was largely 

governed by the relatively low undrained shear strength of the clay and that the 
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presence of sand columns did not affect the undrained shear strength of the surrounding 

clay. It is interesting to note that in the range of axial strain of 4% to 6%, the measured 

stresses in clay in the composite specimens were slightly larger than those observed in 

the control clay specimen. This slight increase could be due to partial local radial 

drainage from the clay into the sand columns, leading to slight local increases in the 

strength of the surrounding clay, despite the fact that the tests were globally undrained. 

 An investigation of the gradual stress buildup in the sand columns in Figs. 34c 

and 34d leads to two main observations: (1) the average stresses in sand in the column 

group were highly dependent on the area replacement ratio, particularly in the 

composite specimens that were sheared undrained, and (2) the stresses in sand 

mobilized in the ñglobally undrainedò tests show clear evidence of local water exchange 

between the sand columns and the surrounding clay, leading to significant reductions in 

the mobilized stresses in sand compared to the stresses in sand observed in the control 

sand specimen that was sheared under true undrained conditions. This local partial 

drainage in the case of composite specimens is expected to prohibit the dense sand 

columns from generating negative pore water pressure even under fast loading rates. 

Unlike the undrained control sand specimen that exhibited a maximum peak deviatoric 

stress of about 1800 kPa (not shown on Fig. 34d so as not to distort the scale of the y-

axis), the maximum stresses in sand in the sand columns did not exceed 210 kPa for the 

composite specimen with ar = 17.1% and 375 kPa for specimens with ar = 30.4%. In 

fact, the stresses in sand in the case of ar = 17.1% (undrained test) were smaller than the 

stresses in sand observed in the identical drained test. The combination of low 

undrained shear strength in the surrounding clay and the inability to generate negative 
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pore water pressure in the columns due to partial drainage resulted in extremely small 

stresses in sand in the undrained test involving an ar of 17.1%. 

 

3.5.5 Stress Concentration Ratio 

The stress concentration ratio was calculated for all composite specimens by 

dividing the average measured stresses in sand (MP1 and MP2) by the stresses in clay 

measured with sensor MP3 at all strain levels, except for the undrained test under an ar 

of 17.1%, where the measured stress in sand from sensor MP1 was only used in the 

analysis. The variation of the stress concentration ratio with axial strain is presented on 

Figs. 35a and 35b for the drained and undrained tests, respectively. 

Results on Fig. 35 reveal a clear distinction between the mechanics of load 

sharing in drained and undrained conditions. For the drained tests, the variation of the 

stress concentration ratio with strain shows a sharp increase in the ratio at relatively low 

strains, reaching maximum values of 4.5 and 6.3 for area replacement ratios of 

ρχȢρϷ and σπȢτϷ, respectively. After the peak, the stress concentration ratio decreases 

gradually to reach values as low as 1.5 at large axial strains. Conversely, the variation of 

the stress concentration ratio with strain in undrained tests indicates a gradual 

monotonous increase leading to peaks in the order of 6.5 and 9.5, for area replacement 

ratios of ρχȢρϷ and σπȢτϷ, respectively. These peaks are observed at relatively large 

strains (greater than 13%). It should be noted that irrespective of the drainage 

conditions, the cases with the higher area replacement ratios resulted in the higher stress 

concentration ratios, which is in line with the work of Bachus and Barksdale (1984). 
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Figure 35: Variation of stress concentration ratio with axial strain for the drained and 

undrained tests. 

 

For the drained tests, the early peaks in the stress concentration ratio and the 

gradual but significant reduction that follows can be attributed to two main factors: (1) 

the softening that is observed in the sand columns which dilate and soften at relatively 

small strains, and (2) the progressive gradual strain hardening that is exhibited in the 

clay surrounding the columns as the clay consolidates and compresses during drained 

shear (Black et al. 2011). These two factors lead to an initial early peak in the stress 

concentration ratio followed by a significant reduction at large strains. 

For the undrained tests, the monotonous increase in the stress concentration ratio 

with strain and the significantly larger stress concentration ratios in the specimens 

reinforced at the higher area replacement ratio of 30.4% can be attributed to two main 

factors: (1) the undrained conditions that governed the response of the clay in the 

composite specimens leading to the mobilization of relatively low undrained stresses in 

the clay, irrespective of the area replacement ratio (See Fig. 34b), and (2) the gradual 

increase in the mobilization of stresses in sand with strain (up to strains in the order of 

10%) and the clear superior response of the 40 mm sand columns compared to the 30 
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mm columns (see Fig. 34d). The superior response of the sand columns in the specimen 

reinforced at an area replacement ratio of 30.4% is a direct consequence of the drainage 

conditions within the composite specimen and the role that the large diameter sand 

columns played in reducing the overall generation of positive pore water pressure in the 

composite specimen. 

The results on Fig. 35 point to several implications that could affect the design 

of clay systems that are reinforced with granular columns in practical field applications. 

The first implication is the importance of identifying the strain range that is relevant to 

practical design, given the significant variations that the stress concentration ratios 

exhibited in Fig. 35. For applications in which serviceability limit states are expected to 

govern the design of the reinforced clay system, results on Fig. 35 indicate that stress 

concentration ratios in the range of 3 to 4 (ar = 17.1%) and 5 to 6 (ar = 30.4%) should be 

adopted in quantifying the load sharing between the clay and the sand column group if 

drained conditions are expected to govern. The stress concentration ratios pertain to 

estimated axial strains that are less than 1% in the blue shaded area in Fig. 35. If the 

designer is interested in the ultimate limit state (failure of composite system), the strain 

range of interest shifts to around 5 to 7% (see Fig. 30). In this strain range, the stress 

concentration factors that should be adopted in design assuming drained conditions 

reduces to around 2.5 to 3.0  (see red-shaded area in Fig. 35). 

 If fast loading conditions that will result in an ñundrainedò response in the clay 

are expected to govern the design, results on Fig. 35 indicate that for serviceability 

considerations,  stress concentration factors as low as 1.5 to 2.0 are required to model 

the load sharing between the sand and the clay. For ultimate limit state considerations 
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that involve undrained failure, stress concentration factors as high as 2.5 to 3.5 (ar = 

17.1%) and 5.5 to 6.5 (ar = 30.4%) should be adopted to realistically model the stress 

distribution. It should be noted that these ranges for the stress concentration factor apply 

to the clay and sand used in this study and should not be generalized to cases involving 

different soil conditions. 

 

3.6 Conclusions 

In this paper, a newly developed fully instrumented large triaxial system is 

introduced to examine the behavior of soft clay specimens reinforced with group 

granular columns under both drained and undrained conditions. An innovative upper 

cap with three miniature pressure sensors and two pore water pressure sensors was 

designed with proper calibration of the contact pressure sensors on different soil types 

and conditions. 

 Tests on large control clay specimens and specimens reinforced with a group of 

four sand columns at two area replacement ratios (ὥ ρχȢρϷ and σπȢτϷ ) were 

conducted under drained and undrained conditions. The stress measurements were used 

to investigate the mechanics of the stress distribution and load sharing between the sand 

column group and the surrounding clay, with emphasis on identifying the variation of 

the stress concentration ratios with strain and their dependence on the drainage 

conditions and area replacement ratio. Based on the results, the following conclusions 

can be made: 

1. The newly developed instrumented large-scale triaxial setup allowed for 

collecting reliable data on pore pressures, volume change, overall deviatoric 
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stress, and development of local stresses in the clay and the surrounding columns. 

The measurements were repeatable and reliable for studying the mechanism of 

the interaction between the sand column group and the surrounding clay under 

different drainage conditions and rates of loading. 

2. The use of dense sand columns to reinforce soft kaolin clay at area replacement 

ratios of 17.1% and 30.4% could increase the drained ultimate strength of the 

specimen by 8% and 40%, and the undrained strength by 39% and 159%, 

respectively. This increased strength is attributed to the dense columnsô ability to 

carry additional stresses. This was proved by the miniature pressure sensorsô 

measurements placed above dense sand columns that showed mobilized stresses 

as high as 350 kPa. In comparison, the miniature pressure sensors above the clay 

annulus indicated stresses as low as 50 kPa to 60 kPa. 

3. Local stress measurements indicated that the stress concentration ratios varied 

significantly with strain, rate of loading, and area replacement ratio. At very low 

axial strains and under drained conditions, stress concentration ratios between 4 

and 6 could be mobilized. These relatively high ratios decrease to about 1.5 at 

relatively large strains. For the case of undrained loading, the stress concentration 

factors are very low (1.5 to 2) at small strains and increase to values as high as 6.5 

and 9.5 for cases involving area replacement ratios of 17.1% and 30.4%, 

respectively. 

It should be noted that the measured stress concentration factors pertain to the 

particular case of a clay specimen that is reinforced with a group of four sand columns. 

For a given area replacement ratio, there is a possibility that the measured stress 

concentration factor might be affected by the number and configuration of the columns 
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in the group (triangular vs square configurations). Possible differences in the response 

for single and multiple column cases can be related to differences in the slenderness 

ratio of the columns (length to diameter ratio). In a triaxial setup, a single large-

diameter central column will exhibit a smaller slenderness ratio compared to multiple 

columns. In addition, clay specimens that are reinforced with a single column may 

exhibit an internal state of stress that may locally diverge from that exhibited in the 

multiple column case, where the shear plane will have to interact with multiple 

columns. Moreover, the stress state in the two cases might be affected by local 

differences in the internal drainage conditions and column stiffness. The effect of these 

parameters on the response of the composite and particularly on the stress concentration 

factors will be studied in future work. 

The sand columns used in this research are of direct relevance to applications 

related to the use of granular columns as vertically draining elements (sand drains) or as 

reinforcing elements (sand compaction piles). As far as the comparison to stone or 

gravel columns and the potential size (or scale) effects, the use of sand columns instead 

of gravel or stone columns in physical modeling is dictated by testing constraints. The 

size of specimens that can be accommodated in triaxial setups is limited even in the 

large triaxial cell used in this study. Nevertheless, results from published studies 

indicate that the type of material used to construct the granular column (gravel, sand, or 

a mixture of both) does not change the mechanics of the interaction between the 

columns and the surrounding clay. The reported stress concentration ratios in this study 

are very much needed for a better understanding of the load-transfer mechanism 

between the clay matrix and granular columns in applications involving both short and 

long-term stability of foundations.  



95 

 

CHAPTER 4 

STUDYING THE EFFECT OF PARTIAL DRAINAGE ON THE 

RESPONSE OF SOFT CLAYS REINFORCED WITH SAND 

COLUMN GROUPS 

 

4.1 Introduction and Background 

Reinforcing soft clays with columnar inclusions has proven to be an effective and 

economical ground improvement technique as it enhances the stiffness, strength, 

permeability and consolidation times of the composite soil system (e.g. Bachus and 

Barksdale 1984; Muir Wood 2000; Najjar 2013; Najjar et al. 2020; Almikati et al. 

2020). For soil improvement applications involving preloading/surcharging of soft clay, 

the role of radial drainage in facilitating the dissipation of pore pressure in the clay 

surrounding the column/drain is well known among practicing engineers. However, the 

role of radial drainage in increasing the ñshort-termò bearing capacity of foundations or 

embankments that are supported on clays reinforced with granular columns (sand, 

gravel, or stone columns) is yet to be fully explored/quantified. 

Common design practice for soil improvement schemes involving granular 

columns is based on bounding the stability problem by the fully undrained or fully 

drained loading conditions. In reality, loading rates and drainage conditions in the clay 

surrounding the columns will govern the response of the composite. If we consider 

typical/practical construction rates, the assumption that the clay around the columns will 

respond in fully undrained conditions does not reflect the true drainage conditions in the 

soil, as consolidation and pore pressure dissipation will inevitably occur as a result of 

radial drainage. The degree of partial drainage will depend on the rate of loading, the 
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permeability of the clay, the spacing and diameter of the sand/gravel columns, and the 

possibility of smearing of the clay around the column during installation (Najjar 2013). 

Current design procedures lack a systematic approach for quantifying the effect of 

partial drainage and accounting for it in design. Disregarding the positive effect of 

partial drainage on the short-term ultimate bearing capacity of the composite system 

will inevitably lead to over-conservative designs (Najjar et al. 2010). 

Studies pertaining to the investigation of partially drained behavior of clay-

reinforcing granular columns systems are relatively scarce (Juran and Guermazi 1988; 

Andreou et al. 2008; and Bou Lattouf 2013). Juran and Guermazi (1988) studied the 

effect of partial drainage of a silty soil sample reinforced with river sand using a 

modified triaxial cell. The authors allowed the sand column to drain freely in one series 

of tests and blocked drainage from the columns in another. The freely drained column 

had a maximum load carrying capacity of about twice that of the undrained column. 

Andreou et al. (2008) conducted triaxial tests on Kaolin samples reinforced with single 

columns of Hostun sand and gravel. They observed clear reductions in strength when 

the rate of loading was ñacceleratedò with drainage allowed (partially drained) relative 

to slower rates of loading (fully drained). However, the measured strength remained 

higher than that of the reinforced ñfullyò undrained sample. Bou Lattouf (2013) 

conducted triaxial tests on Kaolin clay samples reinforced with Ottawa sand columns. 

They varied the drainage conditions and loading rates (3.5%, 40%, and 80% strain per 

hour). For the partially drained tests, the stress-strain curves obtained were bounded by 

the undrained (lower bound) and drained (upper bound) results. The main conclusion 

from previous work is that the undrained behavior generally underestimates the strength 
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of soft clay reinforced with sand columns and that partial drainage could significantly 

improve the short-term strength/bearing capacity. 

The key to understanding the impact of partial drainage on the response of a 

clay/column composite is to investigate the buildup of contact stresses and pore water 

pressure in the column and the surrounding clay during loading. Measurement of 

contact stresses is critical for understanding the stress transfer mechanism between the 

columns and the clay matrix (Aslani et al. 2018). Contact stress measurements at 

different stages of loading allow for the determination of the stress concentration ratio, 

defined as the ratio of the stress in the granular column to the stress in the surrounding 

clay (Charles and Watts 1983, Bachus and Barksdale 1984, Wood et al. 2000, Black et 

al. (2006), Cimentada et al. 2011, Fattah et al. 2011, and Almikati et al. 2021). Local 

pore water pressure measurements at different time intervals also reflect the impact of 

radial drainage on the response and provide useful data on the degree of consolidation 

of the soft clay at different stages of loading (e.g. Juran and Guermazi 1988; Sivakumar 

et al. 2004). 

Almikati et al. (2020) designed and implemented an innovative large-scale 

triaxial experimental setup that is capable of independently measuring excess pore water 

pressure above a group of granular columns and above the surrounding clay. In 

addition, the setup comprised miniature pressure sensors that collect data on the 

development of stresses in the columns and the clay concurrently. Such a setup presents 

a unique opportunity to study the impact of partial drainage on the development of 

contact stresses and pore water pressures within a reinforced clay specimen in an effort 

to quantify the global response of the composite clay/sand column system and the stress 

concentration factor. 
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Despite the advancement in sensing and instrumentation in large scale triaxial 

testing (Almikati et al. 2020), available test setups only allow for the collection of data 

from sensors that are in ñexternalò contact with the soil sample (pore pressure sensors, 

miniature pressure sensors, LVDTs, load cells). The only/primary tool that is available 

for examining ñinternalò stresses, strains, and pore pressure generation/dissipation for 

reinforced clay systems is numerical analyses. Several studies targeted analyzing the 

radial consolidation problem of soft clays reinforced with vertical drains (Lei et al. 

2017). Barron (1948) proposed an analytical solution for radial consolidation. Since 

then, multiple researchers presented modifications to Barronôs solution to account for 

different boundary conditions, different types of materials, and loading scenarios (Table 

6). The majority of available models utilize the axisymmetric unit cell concept in 

analyzing the response, with few analyzing the problem as a plane strain model (Tan et 

al. 2008). In almost all the cases considered, results from numerical and analytical 

analyses are validated with data from 1-D consolidometers rather than triaxial setups. 

One-dimensional consolidometers do not allow for modeling the true response of 

reinforced clay specimens under true foundation/shearing loads. Thus, there is a need 

for validating the effectiveness of available models in predicting the radial consolidation 

response of soft clay specimens that are reinforced with sand column groups under 

controlled triaxial shear conditions. 

This paper aims at investigating the impact of partial drainage on the response of 

large-diameter soft clay specimens that are reinforced with a group of sand columns. A 

newly developed fully instrumented large-scale triaxial test setup is utilized to 

investigate the overall response of the composite, with particular emphasis on 

monitoring contact stresses over the sand columns and the surrounding clay. Drained, 
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undrained, and partially drained tests were conducted on 14.5 cm-diameter clay 

specimens reinforced with a group of four fully penetrating 3cm-diameter dense 

columns. Partial drainage is enforced by prohibiting drainage from the bottom of the 

clay and allowing it only through the miniature porous stones in the upper cap of the 

triaxial cell. Different shearing rates were used to represent relatively quick loading 

(strain rate of 40% per hour), slow loading (a strain rate of 0.5% per hour) and average 

loading (strain rates of 3% and 10% per hour). All tests were performed on slurry-

consolidated, back-pressure saturated, clay specimens at a confining pressure of 100 

kPa. 

The main objectives of the test program were to (1) compare the behavior of 

partially drained samples to that of fully drained and fully undrained samples under 

similar conditions, and (2) establish a relationship between the mobilized partially 

drained strength and the theoretical estimates of the degree of consolidation calculated 

using finite difference solutions that take into consideration the radial dissipation of 

pore pressures in the partially drained tests. Continuous measurements of contact 

stresses on the clay and above sand columns will allow for the evaluation of the impact 

of partial drainage on the stress concentration ratio and will provide valuable data that 

could guide and facilitate the development of design methodologies for reinforced clay 

systems under different drainage conditions and rates of loading. 

4.2 Experimental Program 

4.2.1 Large-Scale Triaxial Test Setup 

The testing setup used to run the experimental program is shown in Figure 36. A 

large triaxial frame capable of testing cylindrical soil samples as large as 145 mm in 

diameter and 300 mm in length was modified for this study testing. An upper cap with 
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housings for miniature pressure sensors and pore water pressure sources was designed 

and fabricated. The upper cap is made from aluminum and has an outer diameter of 145 

mm. The innovative upper cap was designed to include housings for three miniature 

pressure sensors (MP1, MP2 and MP3) and three water sources, two of which (PP2 and 

PP3) were used for pore water pressure measurement above a sand column and the clay, 

whereas the third water source was used for back pressure saturation and volume 

change measurements. A third pore water pressure sensor (PP1) was connected to the 

bottom porous stone. 

 

 

Table 6: Various research studies to study the radial drainage in reinforced soft clays 

with vertical drains 

Reference 

Free 
Strain 

or 

Equal 
Strain  

Unit Cell 
(U) 

 or Plane 

Strain 
 (PS) 

Smear Zone 

 and Well  
Resistance 

Consideration 

Vertical 
Drainage 

Consideration 

with Radial 
Drainage 

Analysis Type: 

Experimental (E) 
Numerical (N) or  

Analytical (A) 

Prefabricated  

Vertical 

Drain  
(PVD) or 

Granular 

 Drain (GD) 

Barron (1948) Equal U  V X A PVD 

Hansbo (1981) Equal PS V V A PVD 

Atkinson et al. (1985) Equal U X X E (Triaxial) GD (Sand) 

Hird et al. (1992) Free  U and PS V X N (Finite element) PVD 

Indraratna and Redana 

(2000) 
Equal PS V V N (Finite element) PVD 

Han and Ye  (2001) Equal U X V A PVD 

Seah and  Juirnarongrit 

(2003) 
Equal U X X E Consolidometer) PVD 

Leo (2004) Equal U V V A PVD 

Tan et al. (2008) Equal PS X X N (Finite element) GD (Stone) 

Conte and Troncone (2009) Equal U V V A PVD 

Bo et al. (2016) Equal U X X E Consolidometer) PVD 
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Volume change and back pressure saturation lines can be connected to both the 

upper and lower caps via a T-connection. The back-pressure (pressurized water) comes 

from the pressure source controller to the volume change device then reaches the 

sample through either/both the upper and lower lines. The measurement of volume 

change is done using a volume change apparatus that has a double acting piston 

connected to a linear variable differential transducer (LVDT 2). 

The instrumentation includes, in addition to the aforementioned sensors, a load 

cell and an LVDT connected to the top of the sample. All sensors and transducers are 

connected to a central data acquisition box. The data logging is done on LABVIEW 

software. 

 

 

Figure 36: Testing setup with all sensors and equipment used in triaxial testing 
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4.2.2 Materials 

Kaolin clay and Ottawa sand were used in the triaxial testing program. General 

properties of both materials are presented in the following sections. Additional 

information about the soils used can be found in Almikati et al. (2020). 

The clay used in this experimental study is Kaolin clay (Supreme China Clay) 

sourced from the United Kingdom. The liquid limit and plasticity index of the clay are 

65% and 29%, respectively, with a specific gravity, Ὃ ςȢυφ. The consolidation 

parameters were determined from a one-dimensional consolidation test and the 

recompression (ὅ , compression ὅ  and swelling ὅ  indices were found to be 0.19, 

0.50 and 0.17 respectively. Isotropically consolidated drained and undrained triaxial 

tests were performed on the Kaolin clay under three confining stresses (100, 150 and 

200 kPa) to determine the effective shear strength parameters, yielding ὧᴂ π kPa and 

• ςρȢψЈȢ Pore water pressure measurements yielded Skempton pore pressure 

parameters ñὃͼ  of 1.06, 1.13 and 1.19, for effective confining stresses of 100, 150 and 

200 kPa, respectively (Skempton, 1954). 

Ottawa sand, used in this testing program, is classified as poorly graded sand 

(SP) as per the Unified Soil Classification System. The specific gravity of this sand is 

2.65, with minimum void ratio of 0.49 and maximum void ratio of 0.75. Additional 

physical and mechanical properties of the Ottawa Sand are found in Almikati et al. 

(2020). Consolidated drained and undrained triaxial tests were also done on Ottawa 

sand at a relative density of 85%, which is the density chosen for the granular columns. 

Dilative behavior was predominant for the drained tests, while negative pore water 

pressures were measured in the undrained tests. For a range of confining stresses 
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between 100 and 200 kPa, results indicated that the effective friction angle of the dense 

sand is •ᴂ σωЈȢ 

 

4.2.3 Specimen Preparation 

Sample preparation consisted of mixing kaolin powder with water at twice the 

liquid limit. After proper mixing, the slurry was poured in custom fabricated, well-

tightened PVC split pipes that are 500 mm in length and have an internal diameter of 

145 mm. Dead weights were used to consolidate the clay in a one-dimensional setting 

under a normal stress of 100 kPa while allowing upper and lower drainage. Ottawa sand 

was used for the preparation of the dense sand columns at a relative density of 85% 

using the freezing method as per the recommendation of Black et al. (2007), Najjar et 

al. (2010), and Almikati et al. (2020). 

The final length of all specimens after trimming was 290 mm (Figure 37a) with 

a diameter of 145 mm, representing a length to diameter ratio ὒȾὈ  ς. The sand 

columns were prepared to the target density one day prior to testing and left in the 

freezer. They were removed from the freezer and installed directly in the predrilled 

holes (Figure 37b), after which they were left to thaw prior to testing. A total of four 30-

mm diameter columns were installed in a square configuration representing an area 

replacement ratio  ὥ ρχϷ (Figure 37c). 
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Figure 37: Sample preparation showing (a) kaolin prior to drilling; (b) drilling process 

and (c) reinforced sample ready for testing with four sand columns installed 

 

4.2.4 Testing Program 

The large triaxial testing setup was used to conduct six triaxial tests on Kaolin 

specimens that were reinforced with a sand column group. The tests comprised four 

partially drained tests (PD), one consolidated drained test (CD) and one consolidated 

undrained (CU) test. In addition to the tests on reinforced specimens, two additional 

tests were conducted to determine the drained and undrained response of unreinforced 

clay specimens (control specimens). 

 The main difference between the partially drained tests and the consolidated 

drained and undrained tests is the drainage pattern. In all partially drained tests, 

drainage was prohibited from the bottom side of the specimen to enforce a drainage 

pattern that is predominantly radial. Drainage from the upper cap was facilitated by the 

placement of a cylindrical filter at the top of the sample which connects the columns to 
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the ñsmallò outlet/porous at the base of the upper cap. For the CU and CD tests, two-

way drainage was allowed during consolidation (CU, CD) and drained shearing (CD). 

Volumetric change was monitored during consolidation (for all tests) and shearing 

(drained and partially drained tests) to quantify the volumetric strains. For undrained 

and partially drained tests, pore water pressures were measured below the porous stone 

in the base cap below the clay matrix. All tests were isotropically consolidated to an 

effective confining pressure of 100 kPa (back-pressure of 300 kPa and a cell pressure of 

400 kPa). The shearing rates chosen for the consolidated drained and consolidated 

undrained tests were as per ASTM standards. For partially drained tests, the loading 

rates were selected to cover/create different scenarios of partial drainage. Strain rates of 

40%/hour, 10%/hour, 3%/hour and 0.5%/hour were selected for tests PD1, PD2, PD3 

and PD4, respectively. 

4.3 Experimental Test Results 

Table 7 shows the values of peak deviatoric stresses, pore water pressures, and 

volumetric strains for all reinforced clay specimens tested. In order to link the results to 

the drainage conditions that dominated within each specimen, the volume change data 

that was collected during the isotropic consolidation stage was used to determine t50, the 

time required for 50% consolidation to be achieved (see Table 7). The time to failure 

(tfailure) of each specimen was determined and normalized by the associated t50 value and 

reported in Table 7. The ratio tfailure/t50 is an important indicator that is expected to 

correlate to the degree of consolidation that is achieved in each partially drained test, at 

failure. 
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Table 7: Test results for drained, undrained, and partially drained reinforced clay 

specimens 

Test* 

Type 

t50 

(min) 

Strain 

Rate 
(%/hour) 

tfailure 

(min) 
tfailure/t50 

Peak 
Deviatoric 

Stress 

(kPa) 

Stress 

Improvement 
Factor (%) 

Peak Excess 
Pore Water 

Pressure 

(kPa) 

Volumetric 
Strain 

vʁ (%) 

Ův(PD)/Ův(D) 

(%) 

Finite 

Difference 
Uf (%) 

CU 51.0 1.20 - - 78.5 - 43.81 0.00 - - 

PD1 87.0 40.00 13.33 0.17 85.5 13.9 41.30 0.33 7.2 9.4 

PD2 85.0 10.00 53.33 0.71 96.2 35.0 29.41 1.53 33.5 28.2 

PD3 82.0 3.00 178 2.44 111.6 65.5 17.84 2.94 64.3 59.5 

PD4 84.0 0.50 1,067 14.29 130.0 101.2 1.40 4.22 92.3 94.5 

CD 47.0 0.067 - - 129.4 - 0.00 4.57 - - 

* CU: Consolidated Undrained, CD: Consolidated Drained, PD: Partially Drained 

 

4.3.1 Stress-Strain and Volumetric Strain Response 

Curves showing the variation in the deviatoric stress, excess pore water pressure, 

and contractive volumetric strain with axial strain are shown in Figures 38a to 38c for 

all reinforced specimens. The stress-strain curve of the control clay specimen that was 

sheared under undrained conditions is also included in the plot to serve as a reference 

for quantifying the improvement brought by the inclusion of the sand column group. 

The stress-strain curves exhibited consistent increases in deviatoric stresses 

with strains as the samples were sheared towards critical state conditions. All tests 

exhibited clear peaks indicating failure at axial strains varying between 8% and 12%. 

The measured global volumetric strains (partially drained and drained tests) were all 

contractive. The pore water pressures (partially drained and undrained tests) were 

positive and increased as the deviatoric stresses reached their maximum values and then 

decreased or leveled out at larger strains. In fully drained tests, the compressive 

volumetric strain that was measured in the unreinforced clay specimen (~ 6.5% at large 

strains) was reduced to around 4.6% for samples reinforced with the 3cm diameter sand 
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column group. As expected, this reduction in contractive behavior was more significant 

for the partially drained tests, particularly for faster shearing rates. This higher reduction 

in contractive behavior for the specimens sheared at a fast strain rate is associated with 

higher pore pressures that did not have enough time to dissipate. 

The deviatoric stress versus axial strain plots show that the all those 

corresponding to the partially drained specimens lie between two bounding curves, the 

higher is that of the fully drained test, while the lower is that of the undrained test. 

These results are consistent with the findings of Andreou et al (2008). As the strain rate 

increased, a clear reduction in the peak deviatoric stress was observed in partially 

drained tests. The reduction in the peak deviatoric stresses with faster loading rates in 

partially drained tests is linked to the decreased degree of consolidation associated with 

radial drainage that can develop during the shearing phase. Even at the highest strain 

rate of 40% per hour, the stress-strain and volumetric strain curves show that some 

degree of drainage has occurred in the tested specimen despite the fact that the ratio of 

tfailure/t50 was relatively low (0.23). In the somewhat slower partially drained tests (PD2 

and PD3) with tfailure/t50 of 1.4 and 4.7, it is clear from the results that the sand columns 

acted as drainage boundaries that allowed significant pore water pressure dissipation 

predominantly through radial drainage. As the shearing rate decreases, the partially 

drained curves become closer to the fully drained curve. Interestingly, the slowest 

partially drained test (PD4) with tfailure/t50 of about 15 yielded a stress-strain response 

that was almost identical to that observed in the fully drained CD test. 
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Figure 38: The variation of (a) deviatoric stress, excess pore water pressure, and (b) 

volumetric strain with axial strain 

 

It is important to note that although ñglobalò volumetric strains and pore water 

pressure generation in the reinforced clay specimens indicated a net contractive 
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hypothesized that the dense sand columns exhibited a dilative tendency that was masked 

by the contractive tendency of the soft clay matrix. Given the relatively low area 

replacement ratio (17%), it is likely that the positive pore water pressures in the clay 

satisfied the negative pore pressures in the sand, resulting in a net positive pore pressure 

response at the lower porous stone. This is supported by the measured volumetric 

strains which reflected the overall contractive volume change in the sample. Volumetric 

strains that approach zero indicate that enough compressive strains have occurred in the 

clay to balance the dilative volumetric strains that inevitably occurred in the freely 

draining dense column. Unfortunately, the local pore pressure sensors that were 

incorporated in the upper cap of the triaxial cell to measure local pore pressure in the 

sand column and the clay matrix did not yield reliable local pore pressure data that 

could be used to isolate the pore pressure response in the sand columns from the 

response of the clay matrix. 

 

4.3.2 Mode of Failure 

An investigation of the failure mode for the reinforced drained, undrained and 

partially drained tests indicated that all samples failed along a well-defined shear plane 

regardless of drainage condition (Figure 39). The formation of the failure plane is 

consistent with peaks exhibited in the stress-strain responses (Figure 38a), irrespective 

of the drainage conditions and loading rate. 

For the drained tests, the formation of a failure plane could be traced to the 

dilative tendency of the dense sand columns, which is expected to dominate the failure 

mode of the composite specimen. Drained triaxial tests on dense Ottawa sand (Almikati 
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et al. 2021) clearly indicate a strain softening behavior with an associated formation of a 

failure plane as the sand dilates during shear. On the other hand, for the undrained tests, 

the soft clay generates positive pore water pressures during shearing, thus a decrease in 

the effective stresses in the clay matrix and associated softening. Control clay 

specimens that were sheared under undrained conditions also showed the formation of a 

failure plane. It could thus be concluded that the formation of a failure plane in the 

reinforced clay specimens during undrained loading is attributed to the dominant role of 

the soft clay matrix that controlled the mode of failure. For the partially drained tests, 

the mode of failure of reinforced specimens was consistent with the drained and 

undrained cases, as it is somewhere in between the two similar modes of failure. 

 

 

Figure 39: Failure mode for reinforced clay specimens (a) CU tests, (b) CD test, and (c) 

PD test(s) under varying drainage conditions 
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4.3.3 Effect of Partial Drainage on the Ultimate Strength 

Figure 40a shows the variation of deviatoric stresses at failure with the ratio 

tfailure/t50 plotted in logarithmic scale. The graphical representation is for the partially 

drained and fully drained tests, with the fully undrained test represented by red square 

markers serving as a lower bound to the strength of the composite system. Results in 

Figure 40a indicate that as the ratio tfailure/t50 increases, the maximum load carrying 

capacity of the clay-sand column composite improves. This improvement in shear 

strength levels off at an approximate tfailure/t50 of 15, where the measured deviatoric 

stress of the slowest partially drained test approaches the upper bound strength observed 

in the fully drained test. It is worth noting that the ratio tfailure/t50 is typically used to 

determine the shearing rates required for consolidated drained tests (ratio in the range of 

80-120) and for consolidated undrained tests. For the latter the ratio is taken as 10 to 

ensure pore water pressure equalization. 

 For comparison, data from partially drained triaxial tests that were conducted by 

Bou Lattouf (2013) on small-scale triaxial clay specimens (7.1 cm diameter) and that 

were reinforced with a single central 3-cm diameter sand column are plotted on Figure 

40a. The strain rates adopted in the partially drained tests reported in Bou Lattouf 

ranged from 3.5% to 80%. Despite differences in intrinsic properties (plasticity and 

permeability) of the clays used in their study in comparison to ours, the results from the 

Bou Lattouf (2013) also show that partial drainage improves the maximum deviatoric 

stresses in reinforced specimens compared to the fully undrained reinforced specimen 

(Figure 40a). The maximum deviatoric stresses in the partially drained tests of Bou 

Lattouf (2013) increase with the ratio tfailure/t50 and level off at an approximate tfailure/t50 

of 10 to 30, which is a behavior similar to the one we observed. 
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In order to generalize the results of the partially drained tests and analyze them 

in a systematic context, we used a normalized stress improvement index, ‌. This 

index is defined as the ratio of the difference in the maximum deviatoric stress in a 

partially drained test and the undrained test („ „ , to the difference between the 

maximum deviatoric stresses of the fully drained and undrained tests „  „ . The 

strength improvement index, ‌, is analogous to the liquidity index for clays in the 

sense that it provides a relative measure of the magnitude of strength that could be 

mobilized in a partially drained test in reference to the minimum and maximum 

strengths that could be obtained assuming undrained and drained conditions, 

respectively. The formula used for the calculation of ‌ is shown in Equation 2: 

 ‌
„ „

„  „ 
   (2) 

The strength improvement index ‌ is plotted against the ratio tfailure/t50 in Figure 

40b. The values of the stress improvement indices of the partially drained tests were 

0.14, 0.35, 0.66 and 1.01 for PD1, PD2, PD3 and PD4, respectively. It is interesting to 

note that although the fastest partially drained test (PD1) portrayed small contractive 

volumetric strain of 0.34% at the end of shearing, it exhibited a strength improvement 

index of about 0.14, indicating a 14% increase in strength relative to the fully undrained 

test. The slowest partially drained test on the other hand (PD4) mobilized the full 

drained strength of the specimen even at a tfailure/t50 of about 15, which could be 

considered to be practical ratio at which the drained strength is mobilized. 

 Interestingly, the trend between the strength improvement index and the ratio 

tfailure/t50 for the partially drained tests conducted in Bou Lattouf (2013) is remarkably 

similar that observed in this study despite differences in clay type/properties, sample 
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scale, single versus group column reinforcement, and density of the sand columns. 

Based on the data presented in Figure 40b, the ratio of tfailure/t50 could be seen/adopted as 

a practical normalized indicator of the improvement in the deviatoric stress at failure, 

for partially drained tests on reinforced clay specimens. This observation will need 

further/future validation from additional triaxial tests on different types of clay and sand 

columns. 

 

4.3.4 Contact Stresses in Clay and Sand Column 

Local contact stresses were measured using miniature pressure sensors located 

over two sand columns and over the clay matrix below the center of the upper cap. The 

variation of the measured contact stresses with axial strain is presented in Fig. 41 for all 

test specimens. Also shown in Fig. 41 are the curves representing the variation of the 

overall global deviatoric stress with strain as measured using the load cell connected to 

the test frame. 

For the control clay specimens, measuring contact stresses using the miniature 

pressure sensors allowed for testing the effectiveness and reliability of the sensors in 

measuring stresses under drained (Fig. 41a) and undrained (Fig. 41b) conditions. 

Contact stresses for the case of the control clay indicated that the three pressure sensors 

gave reliable and repeatable results compared to the global deviatoric stresses measured 

by the load cell. As expected, the stresses measured by the miniature pressure sensors at 

three locations exhibited some natural variability and were within 5 to 10% of the 

measured global deviatoric stress. This observation is important since it confirms that 
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the utilized sensors can be effectively used to monitor stresses in the drained and 

undrained normally consolidated kaolin clay with minimal errors. 

 

 

 

Figure 40: (a) Variation of deviatoric stress with tfailure/t50 and (b) Variation of 

normalized stress improvement index with tfailure/t50 
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and rates of loading. Results from stress measurements above the sand columns (MP1 

and MP2) indicated that: (1) the stiff sand columns attracted stresses that are much 

larger than those measured in the clay, irrespective of the drainage conditions, (2) some 

variability in the contact stresses is observed between the sand columns in the same 

composite specimen, and (3) the magnitude of the measured stresses in the columns is 

affected by the drainage conditions and rate of loading. 

 In order to validate and verify the applicability/reliability of the stress 

measurements at the sand columns, the clay stresses that were measured by MP3 and 

the global deviatoric stresses for the composite clay specimen were used to back-

calculate the average stress at the sand columns in the group. The variation of the back-

calculated stresses at the columns with axial strain is shown in red in Fig. 41. The back-

calculated stresses were obtained using Equation 3 by assuming that the global 

deviatoric stress (sd) was shared by the stress in the clay (sclay) and the average stress at 

the four sand columns (ssand) such that: 

                                   „ὃ „ ὃ „ ὃ      (3) 

Where Aclay and Acolumns are the areas of the clay the sand columns in the reinforced clay 

specimen, while Asample is the total cross sectional area of the composite specimen. 

Given the global deviatoric stress (sd) and the measured stress (MP3) in the clay (sclay), 

Equation 3 was used to back-calculate (ssand). Interestingly, results on Fig. 41 indicate 

that the variation of the back-calculated average stresses in sand (ssand) with axial strain 

(red curves) compare well with the stresses in sand measured using MP1 and MP2. 
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Figure 41: Variation of deviatoric and contact stresses with strain for control and 

reinforced clay 
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In fact, the back-calculated stresses in sand constitute a realistic representation 

of the average stresses measured by MP1 and MP2. These results are important since 

they indicate that the stresses measured by the miniature pressure sensors are reliable 

and reflective of the true stress distribution in the composite specimen. 

 The mechanics of load sharing between the sand columns in the group and the 

surrounding clay and its dependence on the drainage conditions and rate of loading were 

further explored by plotting the stresses mobilized in the clay (MP3) and those in the 

sand columns on Figure 42. The stresses in the clay matrix indicate that the clay was 

able to carry higher stresses under drained conditions compared to the undrained case. 

For the drained test, the stresses mobilized in the clay matrix approached, but did not 

reach, the maximum deviatoric stress mobilized in the drained control clay (Fig 41a). 

This indicates that the failure mechanism in the drained test was governed by the failure 

of the sand columns. On the other hand, results for the undrained test indicate that the 

stress in the clay matrix was consistent with stresses measured in the undrained control 

clay specimen (Fig. 41b). These observations indicate that the undrained response in the 

composite clay was largely governed by the relatively low undrained shear strength of 

the clay matrix. The premature undrained failure in the clay matrix prohibited the sand 

columns from mobilizing large stresses, with column stresses that were 30% to 40% 

smaller than the column stresses mobilized in the fully drained test (compare blue lines 

in Figure 42). 

In the partially drained tests, an investigation of the gradual stress buildup in the 

sand columns and the clay shows clear evidence of the dissipation of positive pore 

water pressure due to radial drainage from the clay matrix into the sand columns. This 

increased the effective confinement of the clay and resulted in a clear increase in the 
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mobilized clay stresses compared to the fully undrained case. The increase in the load 

carrying capacity of the clay matrix as a result of partial drainage, allowed the sand 

column group to carry additional stresses as indicated by the measured contact stresses 

in the sand (Fig. 42). As the rate of loading decreased from 40% per hour to 0.5% per 

hour, the ability of the sand column and the surrounding clay matrix to carry deviatoric 

loads increased with the increase in the degree of consolidation until it approached that 

of the fully drained specimen.  

 

 

Figure 42: Variation of clay and sand contact stresses with strain for all reinforced 

specimens 
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4.3.5 Stress Concentration Factor 

The measured contact stresses were used to calculate the stress concentration 

factor ñnò for all composite specimens by dividing the average measured stresses in the 

sand (MP1 and MP2) by the stresses in the clay measured with sensor MP3 at all strain 

levels. The variation of the stress concentration ratio with axial strain as presented on 

Fig. 43 reveals a clear distinction between the mechanics of load sharing in drained and 

undrained conditions. For the drained test, the variation of the stress concentration ratio 

with strain shows a sharp increase in the ratio at relatively low strains, reaching 

maximum values of 4.5 and then decreasing gradually to reach values as low as 1.3 at 

large axial strains. Conversely, the variation of the stress concentration ratio with axial 

strain in the undrained test indicates a gradual monotonous increase leading to peaks in 

the order of 6 to 7 at axial strains ranging from 10% to 15%. The trends of both CD and 

CU tests are well in line with previous research done on drained and undrained response 

of soft clays as in the work of Bachus and Barksdale (1984), Juran and Guermazi 

(1988), Han and Ye (1991) and Fattah et al. (2011). 

 For the drained test, the early peak in the stress concentration ratio and the 

gradual but significant reduction that follows can be attributed to two main factors: (1) 

the softening that is observed in the sand columns which dilate and soften at relatively 

small strains, and (2) the progressive gradual strain hardening that is exhibited in the 

clay surrounding the columns as the clay consolidates and compresses during drained 

shear (Black et al. 2011). 
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Figure 43: Stress concentration factor variation with axial strain for all conducted tests 
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govern the response of the clay in the composite specimen leading to the mobilization 

of relatively low undrained stresses in the clay, and (2) the gradual increase in the 
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10% where the stress concentration factors in the CU test were as high as 7, stress 

concentration factors in the PD tests remained relatively low, with average n values of 

2.2, 3.0, and 3.6 for PD3, PD2, and PD1, respectively. These results indicate that even 

minor partial drainage could result in significant reductions in the stress concentration 

factors at larger strains compared to the fully undrained case. It should be noted that the 

reductions in ñnò due to partial drainage are not attributed to a stress reduction in the 

columns, but to an increase in the stress that is carried by the clay due to an increased 

degree of consolidation. Even with the decreased values of ñnò, the net effect of partial 

drainage is to increase the deviatoric stress of the composite specimen in comparison to 

the undrained case. 

 

4.3.6 Effect of Partial Consolidation on Mobilized Strength 

Although strong correlation was observed in Figure 40 between the strength 

improvement index and the ratio ὸ Ⱦὸ , the more direct and traceable correlation 

is expected to be between the strength improvement factor and the average degree of 

consolidation of the clay matrix, which is in turn correlated to the rate of dissipation of 

pore water pressure due to partial drainage. The most relevant indicator of the degree of 

consolidation in the triaxial test measurements is the volumetric strain. Results on 

Figure 39 clearly indicated that the volumetric strains for cases involving partial 

drainage were directly correlated to the rate of loading. In the absence of direct 

measurements of the degree of consolidation in the clay matrix, the measured global 

volumetric strains in drained and partially drained tests could be utilized to reflect the 

dissipation of excess pore water pressures and are directly linked to the progression in 

the consolidation of the clay matrix. 
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To test this hypothesis, the variation of the strength improvement index with the 

ñvolumetric improvement indexò, defined as the ratio of the volumetric strain measured 

in the partially drained test to the volumetric strain in the fully drained test ‐ Ⱦ‐, is 

plotted in Figure 43. The four data points represent the four partially drained tests while 

the 45° line serves as the line of unity. The plot indicates a strong correlation between 

the strength improvement index, ‌ and the volumetric improvement index, ‐ Ⱦ‐. A 

similar correlation could also be observed using the partially drained test data reported 

in Bou Lattouf (2013) and which were added to Fig. 44 for completeness. This finding 

is significant because it indicates that simple measurements of volumetric strains from a 

triaxial test could provide valuable feedback on the degree of consolidation that has 

occurred during shearing, and could be used as a basis for predicting the relative 

mobilization of shear strength for the partially drained tests relative to the drained and 

undrained strengths through the strength improvement index. 

 

  

Figure 44: Variation of strength improvement factor with volumetric improvement 

index 
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4.4 Finite Difference Analysis 

4.4.1 Modeling and Assumptions  

In this section, a finite difference analysis is conducted to study the localized 

progression of consolidation and pore pressure dissipation with axial strains for 

different shearing rates. The realistic estimation of the degree of consolidation requires 

a coupled radial and vertical consolidation solution, necessitating the calculation of 

generated and dissipated pore pressures. For the large-scale triaxial tests conducted in 

this study, vertical drainage is expected to be negligible given that the length of the 

sample (290 mm) is significantly larger than the longest radial drainage path (~37 mm) 

from the furthest clay particle to the nearest sand column (Figure 45a). As a result, the 

finite difference solution that is adopted involves radial drainage only. 

To simplify the problem further, the solution used reduces the 3-dimensional 

specimen that includes the group of columns to a unit cell that includes a central sand 

column acting as a drain for the surrounding clay matrix (Figure 45b). The equivalent 

diameter of the assumed unit cell was selected to be 72.5 mm to yield an area 

replacement ratio ὥ ρχȢψϷ assuming a sand column with a diameter of 30 mm. The 

assumed dimensions of the unit cell also ensure a representative area replacement ratio, 

compared to the area ratio that is typically calculated for the square/hexagonal sand 

column configuration (Ὠ ρȢρυί that was used in the large-scale triaxial specimens. 
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Figure 45: Modeling of (a) sample reinforced with group sand columns as (b) unit cell 

with equivalent diameter 

 

The explicit finite difference solution to the radial pore water pressure 

dissipation problem is presented in Equation 4. The unit cell is defined as a matrix of 

nodes that are spaced at a radial distance Ўὶ of 1 mm and the solution targets a time 

increment Ўὸ of 5 seconds. The predicted pore water pressure όȟ  at a radial distance 

Ὧ and at time Ὦ +1 is calculated in the finite difference solution such that: 

 όȟ ό ȟ‌ρ
Ўὶ

ςὶ
όȟρ ς‌ ό ȟ‌ρ

Ўὶ

ςὶ
 (4) 

Where: 

- ‌
Ўz

Ў
 

- ὧȡ horizontal coefficient of consolidation 

- ὶȡ radial distance to node Ὧ from the sand column 

- όȟ  is the pore pressure at a radial distance (k) and a time (j+1)  

- ό ȟ is the pore pressure at depth (k-1) and a time (j) 

- όȟ  is the pore pressure at depth (k) and a time (j) 

- ό ȟ  is the pore pressure at depth (k+1) and a time (j) 

The horizontal coefficient of consolidation, ὧ is back-calculated using Equation 

5 from the consolidation stage of the triaxial tests using a ὸ  value of 85 mins (see 

Table 7) as an average between the PD tests. Equation 4 (Olson 1985; Sridharan et al. 

1996) assumes only radial drainage occurring from the clay matrix to the sand columns. 
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The radial coefficient of consolidation is affected by the radius of the sand column ὶ  

the radius of the specimen  ὶ  and the ratio between the two such that: 

 ὧ
Ὠ Ὂzὲ ÌzÎ

ρ
ρ Ὗ

ψz ὸ
 

(5) 

Where (ὨὩ) is the equivalent diameter of the unit cell (72.5 mm), Ὂὲ is a 

factor that is determined in Equation 6 as a function of the ratio of the equivalent 

diameter of the unit cell and the sand column diameter, and Ὗ is the degree of 

consolidation (50% when ὸ  is used). 

 Ὂὲ
ὲ

ὲ ρ
ÌzÎὲ

σὲ ρ

τὲ
  (6) 

 ὲ
ὶ

ὶ
  (7) 

The back-calculated coefficient of consolidation was 0.032 mm/sec2, yielding an 

‌ πȢρφ assuming a Ўὸ of 5 seconds and a radial distance increments Ўὶ of 1 mm. 

The use of Equations 4 to 7 allows for estimating the degree of consolidation 

that a partially drained sample undergoes at any time with particular emphasis given 

to the time at which failure occurs. The finite difference solution yields values of pore 

water pressure during shearing in the clay surrounding the sand column at different 

times (ὸ Ўὸ or (Ὦ ЎὮ, and at different radial distances ὶ Ўὶ or (Ὧ  ЎὯ for 

a grid composed of 22 radially-spaced nodes. The generation of the initial pore water 

pressure was calculated from the measured contact stresses in the clay multiplied by 

Skemptonôs pore pressure coefficient, ὃ. Figure 46 shows the variation of Skemptonôs 

pore pressure coefficient A with axial strain based on the CU test of the control clay. 

The predicted pore pressure in the clay was then input into the finite difference 
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solution to predict the pore pressure dissipation with time. The average degree of 

consolidation at different times and strain levels was then computed by subtracting the 

excess pore pressures that remain in the clay from the total excess pore pressures that 

were generated up to that time. 

 

 

Figure 46: Variation of Skemptonôs pore pressure parameter A with axial strain 
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different radial distances from the central sand drain (Figs. 47b,d,f,h). In the absence of 

instrumentation that could measure the local distribution and dissipation of pore water 

pressure in the clay, the finite difference analysis presents a unique tool to achieve this 

objective. 

 For the fastest partially drained test (PD1), the pore pressure results on Figure 

47a indicate that minimal pore pressure dissipation occurred in the clay matrix. The 

only exception is the clay that is in direct contact with the sand column (at radial 

distances of 1 to 5 mm), which showed some pore pressure dissipation given the short 

drainage path to the sand drain. The associated degree of consolidation for the clay in 

close proximity to the column was in the order of 10% to 50%. For radial distances that 

were larger than 5 mm, pore pressure dissipation was minimal, resulting in degrees of 

consolidation that were generally less than 10%. 

 The extent of pore pressure dissipation in the clay matrix clearly 

increased for the lower strain rates applied during shearing in tests PD2, PD3, and PD4. 

In test PD2, although the clay carried stresses that were similar to those carried in test 

PD1 (indicating similar initial pore pressure generation), results on Fig. 47c indicate 

lower magnitudes for the overall positive pore pressure values in the clay matrix, with 

pore pressures ranging from 20 kPa (close to the sand drain) to 40 kPa (at the outer 

boundary). These pore pressure values are much smaller than those observed in PD1 (40 

kPa close to columns and 70 kPa at the outer boundary). Reductions in pore pressure 

were associated with higher degrees of consolidation ranging from 30% to 60% in the 

inner 5-mm clay zone surrounding the column. For clay in the outer zone (5mm to 

22mm), the degree of consolidation ranged from 30% to around 10%. 
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Figure 47: Finite difference solution for pore water pressure and degree of consolidation 
























































































































































